leti

Ceatech

OrOGY
PRESEARCH

INSTITUTE

S
=
S
s
ISR

SILICON
TECHNOLOGIES
AND COMPONENTS

SCIENTIFIC |
REPORT

© CEA-Leti / Ramain



TECHNOLOGY
RESEARCH
INSTITUTE

COMMITTED TO INNOVATION,
CEA-Leti CREATES DIFFERENTIATING
SOLUTIONS WITH ITS PARTNERS.

EA-Leti is a research institute of
CEA Tech and a recognized global
leader in miniaturization technologies.

CEA-Leti's teams are focused on developing
secure solutions that will enable future
information and communication technologies,
health and wellness approaches, clean
and safe energy production and recovery,
sustainable transport, space exploration and
cybersecurity.

For 50 years, the institute has built long term
relationships with its industrial partners,
tailoring innovative and differentiating
solutions to their needs. Its entrepreneurship

programs have sparked the creation of
65 start-ups.

CEA-Leti and its industrial partners work
together through bilateral projects, joint
laboratories and collaborative research
programs, as illustrated in this report.

CEA-Leti maintains an excellent scientific
level by working with the best research teams
worldwide, establishing partnerships with
major research technology organizations
and academic institutions. CEA-Leti is also
a member of the French Carnot Institutes
network*.

*Camot Institutes network: French network of 39 institutes serving innovation in industry

CEA Tech is the technology research branch of the French

DE LA RECHERCHE A L'INDUSTRIE

Alternative Energies and Atomic Energy Commission (CEA),

a key player in research, development and innovation in
defense & security, nuclear energy, technological research
for industry and fundamental physical and life sciences.

www.cea.fr/english
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Within CEA Tech and Leti, silicon technologies and components
research activities are shared between two divisions gathering
together around 600 researchers:

The Technology Platform Division carries out innovative process
engineering, materials research and development as well as
advanced nano-characterization. It operates 24/6 year round, and has
1100 m? of state-of-the-art cleanroom space divided into four different
technology platforms. 2019 saw the addition of the fourth platform
dedicated to photonics.

The Silicon Components Division carries out research on
nanoelectronics and heterogeneous integration on silicon and is
focusing on two mains areas: on-going shrinking of CMOS devices to
extend Moor eds L-axpendive comdutang gower, and
the integration of new capabilities into CMOS, such as sensors,
power devices, imaging technology, and new types of memory, to
enable new applications.

This booklet contains 48 one-page research summaries covering
advances in the focus areas of our Silicon Devices and Technologies

Divisions, highlighting new results obtained during the year 2019.
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Technological Platforms

The silicon divisions operate 11000 m? of state-of-the-art cleanroom space divided into
three platforms, gathering 700 process tools and a combined staff of more than 520;
they run industry-like operations, 24 hours a day, 6 days a week, all year round.

1.

The Nanotech200&300 platform provides 200mm and 300mm CMOS wafer
processing, which can be applied to both semiconductor and microsystem
devices.

The MEMS200 platform produces non-CMOS Micro-ElectroMechanical Systems
(MEMS).

Both platforms are focused on the More than Moore initiative to develop new
semiconductor capabilities. An innovative cleanroom shuttle system links the two
platforms to add process flexibility and faster processing.

3.

The 3D Integration platform aims to integrate various microelectronics objects
together in order to juxtapose complementary functions, such as sensing,
storing, processing, actuation, communication and energy scavenging. This
provides advanced system solutions in three dimensions. This line is open to our
customers for prototyping through the Open3D service.

The fourth platform that was recently added is dedicated to photonics. It covers
conception, IlI-V and 1I-VI semiconductor technology fabrication and packaging
capability. Applications as diverse as lighting, micro-screens, visible and infrared
detectorsand devices f or astrophysics é

All research carried out in our cleanrooms benefits from the Nano-Characterization
Platform, which is located on the MINATEC campus. This platform, unique in Europe,
covers eight domains of competencies, including electron microscopy, X-ray diffraction,
ion beam analysis, optics, scanning probe, surface analysis and sample preparation,
magnetic resonance.

+ | OCEA-Leti
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EDITORIAL

Writing an editorial for the 2019 scientific report in the midst of the COVID-19 crisis
obliges us to consider our results in a new light and confirms the pertinence of many
of our choices over the past years. These strategic orientations can only succeed
because of the constant effort to maintain our more basic research activities (number

of PhD subjects on of fer, participat
collaboration with national academic partners (in particular our work with the LTM,
the CREHA, the N®e | institute, ée. ), Europea

links with the Fraunhofer Group and IMEC, but also with members of the HTA). This
is the message that we have endeavored to convey with this scientific report.

eti / P. Jayet

In this period of confinement and social distancing, remote working has become the
new norm. This has amplified the importance of digital technology in our daily lives. A
striking example of the importance of the digital transition. We are addressing the
Head of Technological platforms fundamental side of this transition through our work on CMOS, quantum computing,
advanced SOI substrates, new generation memories for Al, pattering, circuits for
datacom, é Our results on the fundamental principles and the basic building blocks
of the Smart-Cut™ process(fracture and bonding within the framework of the
collaboration with SOITEC), Cool-Cube technology (CMP, bonding and low
temperature epitaxy, é) , new generati
SOl with integrated trapping layers), circuits mixing 1lI-V materials and silicon
technolbgkebpfiSiont act s o0-¥ tedhrolagy onasiticdn witi dDr,
start up SCI NTI L, é) , embedded memory
project, € ) ly tied wrthes transitiors and reflect an important scientific
effort and the capacity to transform a proof-of-concept to an industrial product. This
unique positioning between fundamental scientific research and industrial technology
transfer is only possible in conjunction with a major investment program, an
important part of which are the joint development programs with major industrial tool
suppliers (AMAT, SCREEN, ASML, TEL, SE
generate cutting edge scientific results that are valorized by patents and publications.

Laurent Clavelier

This period of crisis heightens the importance of energy efficiency in particular the
transition towards electrified means of transport with the vast majority of carmakers
announcing plans for electric vehicles. For several years now, our work on GaN
power electronics, supp or t e d by our Afconveyor be
forefront of scientific developments in this field (ALE etching, correlation of different
characterization t e ¢ h n hayas eompleted® gur techhelagy
portfolio with our work on SiC with SOITEC and AMAT that will certainly lead to
valuable scientific insights in the future

The year 2019 was also abundant in terms of scientific results on light emitting and
detecting devices. Our work on micro-LEDs with a large international company (2D
LEDs) and our start-up ALEDIA (3D LEDs) have generated state-of-the-art results in
CMP, etching, nanoi mprint l'ithography,
scientific results on micro-lenses and the triptych of simulation-technology-
characterization deserve to be highlighted as well as our fundamental studies to
accompany the transition to 100 mm of CdZnTe infrared technology with LYNRED.

I hope that you will enjoy reading the 2019 DPFT-DCOS scientific report

Laurent CLAVELIER
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EDITORIAL

Olivier Faynot

Head of Silicon Components
Division

SILICON
TECHNOLOGIES
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Dear Reader,

The Silicon Components Division is at the heart of many societal issues, among the
main ones we can mention wellness, mobility, communications with smart, green,
efficient transportations, secure and energy efficient communications. These
demands are driving the technological developments of silicon technologies, broadly
relying upon state-of-the-art 300 and 200 mm facilities, as well as state-of-the-art
characterization platforms, enabling us to understand and model the behavior and
the benefit of such technologies.

Transversality and multi-disciplinarity are key today within CEA-Leti, in order to
ensure high quality offers, from material to system (something we have been doing
formany years in the GaN/Si Power program with ST Microelectronics).

DCOS is driving two of the four strategic programs defined for a long term structuring
of CEA-Let i 6s activities: el @detdn Camputing. i «

Let me now highlight a few of the main successes achieved in 2019:

- Significant progresses in resistive-RAM and associated selectors, either in
support of ST in its manufacturing process, with key developments using
Immersion lithography or in perspective of disruptive computing
approaches.

- Validation of the integration flow of Silicon based quantum devices and
associated packaging, with multi QBits structures, opening the door to 2
QBits based gate operation.

- Demonstration of RF GaN/Si amplification transistors with optimized
epitaxial layer, complementing our RF activities that covers from Substrate
engineering to tunable SAW/BAW filters, targeting 5G requirements.

- Many breaking news on 3D integration: Demonstration of sub 500°C
process for sequential integration, as well as the demonstration of multicore
chiplet integration using Silicon Interposer, with performances exceeding
state-of-the-art reported performance at system level.

- Finally, we would like to bring your attention to our demonstrations of
innovative MEMS/NEMS and more specifically to the promising design and
fabrication of capacitive Backplate-less Microphones paving the way for
reduced damping losses and ultra-high SNR (>75 dB(A)).

| would like to thank all the teams involved in these achievements and | hope you will
enjoy reading the overview.

Olivier Faynot
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EDITORIAL

© CEA-LETI J.C. Barbé

Jean-Charles Barbé and Jean-Paul Barnes

Chief Scientists for the Silicon Components Division
and the Technology Platforms Division

SILICON
TECHNOLOGIES
AND COMPONENTS

We are proud to share with you our tenth Silicon Technologies and Components
Annual Scientific Research Report, for the year 2019. This report contains 48 one-
page research highlights covering advances in the focus areas of our Silicon
Components and Technology Platforms Divisions during the year.

2019 illustrates the perpetual renewal of innovation of our Silicon Divisions to meet
societal challenges through industrializable hardware solutions in the fields of
embedded artificial intelligence, Internet of Things (IOT), automotive, energy, health
and environment monitoring.

In this annual report, we confirmed our positioning in disruptive silicon based
research from emerging materials process development, to device scale integration
and optimization, to demonstration at the architecture level. Beside several highlights
including scalable QuBIT integration, emerging resistive memories integration for
IMC and embedded Al, Chiplet-based 3D System Integration and opto-mechanic
resonators, GeSn devices, power electronics and advances in 3D metrology and
characterization we wish to draw your attention to new topics such as energy
harvesting and process development and integration for opto-electronics.

In 2019, the Silicon Components and Technology Platforms Divisions produced 419
publications, achieving impact factors as high as 37.

We are committed to ensuring the transfer of the most advanced research to industry
and, as such, the vast majority of our research is performed in close collaboration
with our industrial and academic partners. We would like to take this opportunity to
thank them for their continuing confidence in us. 2019 was the last year in the pre-
COVID 19 era. In this period of uncertainty and change, the need to innovate will be
accentuated. We will continue to work closely with our partners to accelerate
innovation and bring advanced research to industrial maturity.

The strong presence of scientists from our divisions in major European research
programs, European Research Council grants, international conferences, program
committees, boards of governors and evaluation committees is a testament to our
commitment to collaborative research in an international context.

These scientific achievements would not be possible without the hard work of all the
researchers, support staff and management, of the Silicon Technologies and Silicon

Components Divisionsand CEA-LETI1 6s scienti fic advi st

Last, but not least, we would like to express our gratitude to the editorial team and all
the authors of the 2019 Scientific Report, who, despite the difficult conditions due to
the global COVID-19 pandemic, ensured that the 2019 report was delivered on time
to the same exacting standards as always.

Jean-Charles Barbé and Jean-Paul Barnes
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KEY FIGURES

A98 researchers

135 industrial residents
147 PhD students in 2019

23 Post-docs in 2019

11000 m2 of cleanrooms
24/6 operation
700 tools

3000 m2 Nanocharacterization platform

50 advanced instruments

3 CEA institutes (LETI, LITEN, IRIG) working together

122 commun laboratories

129 patent filed in 2019

13472 patents in portfolio

A1 9 scientific communications in 2019
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SCIENTIFIC ACTIVIT

Publications

180 publications in 2019 (WoS, SCOPUS, ACM)
239 international conference communications.

Prize and awards
3 on-going European Research Council Grants
(S.Hentz, F. Andrieu, M. Vinet)

A-L Serra Best student paper award, 2019 IEEE
Int. Mem. Workshop

G. Molas |IEEE senior member

D. Bosch Best student paper award VLSI TSA
2019

P. Coudrain Best paper ECTC 2019

A. Ben Hadj Mabrouk, Excellent Presentation
Award, SIMS 22 - Kyoto, Japan

A. Gomes de Carvalho, Biointerphases Award,
SIMS 22 - Kyoto, Japan

CEA-Leti - Winners of the 2020 3D InCites
Awards (Research Institute of the Year)

Experts
1 7 International Experts
4 Research Directors
38 Senior Experts
56 Experts
26 of them holding an HDR.

=A =4 =4 =

Scientific committees
91 National Research Agency committee.
91 Technical Program committees of:
IEEE IEDM, IEEE VLS| Technology and Circuits,
IEEE IRPS, IEEE TRANSDUCERS, I[EEE IMW,
IEEE ECTC, |EEE ESSDERC/ESSIRC, I|EEE
SISPAD, IEEE 3DIC,
AMC,
ICSI/ISTDM,
ECS Transactions AIMES,
JNTE, AVS,
SPIE Advanced Lithography,
FCMN, EMRS Spring,
MRS spring 2019, EPCOS 2019, RAFALD
2019, ICPT 2019, SPCC - 2019, 2nd Joint
ISTDM / ICSI 2019, IITC/MAM 2019,
European Atom Probe Workshop, European
Phase-Change & Ovonic  Symposium,
European FIB Network Workshop.

Conferences and

Workshops organizations
GO03 SiGe Symposium at AIMES,

DSA Symposium,

PESM.

International
Collaborations

Forschungs Zentrum Juelich (Germany),
Stanford University (USA),

Caltech (USA),

The University of California (USA),
Fraunhofer institutes (Germany),

Universita degli Studi di Ferrara (ltaly)
University of Cambridge (GB),

Université Catholique de Louvain (Belgium),
University of California at Berkeley (USA),
Politecnico Di Milano (ltaly),

Paul Scherrer Institute (Switzerland),

Ecole Polytechnique Fédérale de Lausanne
(Switzerland), ETH 1 Zurich (Switzerland),
CNR (Italy),

University of Chicago (USA),

Sherbrooke, University (Canada)

NIMS (Japan), SPring-8 Synchrotron (Japan)
University of Southern Denmark

University Cagliari (Italy),

Institute for Technical Physics and Materials
Science (Budapest),

Hungarian Academy of Sciences (Budapest),
Korea University (Seoul)

Centro universitario FEI (Brazil),

University of Tsukuba (Japan),

AIST (Japan),

Herzen University (St Petersburg, Russia).
IMEC, Leuven (Belgium), EMPA, Mons
University (Belgium), University of Surrey (UK)
National Physical Laboratory, London (UK)
Elettra Synchrotron, Trieste (Italy)

NSLS-II, Brookhaven Nat. Lab. (USA)
Fondazione Bruno Kessler, Trento (Italy)
Physikalisch-Technische Bundesansalt,
Berlin, Germany.

Varsaw University, IHPP (Poland)



CEA-LETI SCIENTIFIC REPORT 2019 | SILICON TECHNOLOGIES ARDMPONENT




CEA-LETI SCIENTIFIC REPORT 2019 | SILICON TECHNOLOGIES AND COMPONENTS

Bottom level

SiN hard
mask

SiN

TiN/HfO2

© CEA-Leti




CEA-LETI SCIENTIFIC REPORT 2019 | SILICON TECHNOLOGIES AND COMPONE

O1

CORE & BEYOND CMOS

1 Integration and Readout of Electron and Hole
Spin Quantum Bits in Silicon MOS
Technology

9 Thermal Bulk 5V MOSFET Stability and Low
Temperature Gate Resistance for 3D
CoolCubeTM Integration

9 3D Coolcube Integration for RF Applications

1 Imaging, Modeling and Engineering of Strain
in GAA Nanosheet Transistors

{ RF-SOI Technology for Power Ampliier !
Solutions .

14



CEA-LETI SCIENTIFIC REPORT 2019 | SILICON TECHNOLOGIES AND COMPONENTS

Integration and Readout of Electron and Hole Spin Quantum Bits
in Silicon MOS Technology

AUTHORS:

B. Bertrand, N. Rambal, H. Niebojewski, T. Bedecarrats, L. Hutin, C.
Vizioz, P.-A. Mortemousque, R. Kies, M. Cassé, H. Jacquinot, G. Billiot,
G. Pillonet, Y. Thonnart, M. Vinet (Y.-M. Niquet, A. Crippa, R. Maurand,

RESEARCH TOPIC:

Quantum information, spin qubits, silicon, CMOS

X. Jehl, M. Sanquer, S. de Franceschi)!,
(T. Meunier, M. Urdampilleta)?

We studied the potential of silicon spin qubits for the realization of scalable quantum information processors. With
that aim, we fabricated devices made of multiple gates arranged along an SOI nanowire, in order to define a 2xN
array of individually controllable Si quantum dots. Using this platform, we implemented two different readout
schemes based on gate-reflectometry to either directly probe a spin-dependent quantum capacitance or detect
spin-dependent charge movements with a single-shot precision. These results are of significant relevance regarding
the prospect of reducing the qubit footprint and required number of gates i two major characteristics for scalable

guantum computing architectures.

SCIENTIFIC COLLABORATIONSEA-IRIG, 2CNRS Institut Néel

Context and Challenges

Silicon spin qubits confined in quantum dot (QD) arrays have
demonstrated excellent performances in terms of control fidelity
and coherence time. However, several requirements towards a
fault-tolerant and scalable platform remain unfulfilled, in
particular because of the high number of control lines per qubit
and the relatively demanding single-spin measurement
procedures.

Achieving a direct single-spin detection remains indeed a huge
experimental challenge. Current single-spin detection schemes
rely on a spini charge conversion via spin-selective tunneling or
Pauli Spin Blockade (PSB) [1]. However, the detection of these
tunneling events usually requires the integration of
cumbersome charge sensors i either single-electron transistors
(SETs) or quantum point contacts (QPCs) i as close as
possible from the QDs, which significantly increases the
complexity and footprint of the device layout. SETs or QPCs
indeed consist in one or several gates together with two charge
reservoirs biased by a voltage source.

Figure 1: Multi-gate device used to define an array of nearest-
neighbor-coupled spin qubits (one QD beneath each gate).

Main Results

The studied devices were multi-gate structures with only a
single control line per qubit (Fig. 1). We demonstrated single-
spin readout via a technique of gate reflectometry that enables
charge sensing in the most compact way by directly measuring

RELATED PUBLICATIONS:

the QDs capacitances [2, 3]. When applying a radiofrequency
pulse on the gate defining a QD, part of the signal is reflected
with a magnitude and a phase that are determined by the QD
effective capacitance. Spin readout is possible by the detection
of a spin-dependent quantum capacitance emerging from Pauli
Spin Blockade (PSB) in tunnel-coupled QDs.

integration fidelity:
400 - time: 500ps 98%
@ 300+
c
3
§ 200
100
0 T T T
0 0.2 0.4
Vir (V)

Figure 2: Reflectometry setup and single-shot readout results
showing a fidelity above 98% over a 500 us integration time.

Another demonstration [3, 4] of spin readout was made using
"latched" Pauli Spin Blockade: in that case, PSB is used to
induce a spin-dependent charge tunneling from an external
reservoir. Using a similar gate-reflectometry procedure, we
obtained a magnified detection signal that resulted in a high-
fidelity single-shot spin readout (above 98%, see Fig. 2). Such
reservoir-assisted readout remains compatible with large-scale
arrays in the 3D-architecture we are developing.

Perspectives

These demonstrations are promising approaches towards the
readout of large-scale QD arrays. In order to manage the
readout of the whole array in a reasonable time (faster than the
qubit coherence time), the next step will consist in the
demonstration of parallel qubit readout by the multiplexing of
several reflectometry signals.

[1] T. Meunier, B. Bertrand et al., IEDM, (2019), https://doi.org/10.1109/IEDM19573.2019.8993534

[2] A. Crippa, R. Laviéville et al., Nature Communications (2019), https://doi.org/10.1038/s41467-019-10848-z

[3] L. Hutin et al., IEDM, (2019), https://doi.org/10.1109/IEDM19573.2019.8993580

[4] M. Urdampilleta, L. Hutin et al., Nature Nanotechnology, (2019), https://doi.org/10.1038/s41565-019-0443-9



https://doi.org/10.1109/IEDM19573.2019.8993534
https://doi.org/10.1038/s41467-019-10848-z
https://doi.org/10.1109/IEDM19573.2019.8993580
https://doi.org/10.1038/s41565-019-0443-9
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Thermal Bulk 5V MOSFET Stability and Low Temperature Gate
Resistance for 3D CoolCubéMIntegration

RESEABH TOPIC:

Low temperature FDSOI transistor applications, HV bulk

transistor, 3D sequential integration, UV ns laser anneal

AUTHORS:

C. Fenouillet-Beranger, C. Cavalcante, P. Batude, L. Brunet, S.
Kerdiles, P. Acosta-Alba, L. Brevard, X. Garros, M. Casse, J,
Lacord, A.-S. Royet, N. Rambal, F. Andrieu, (G. Ghibaudo)*

For the first time, the thermal stability of 5V High-Voltage HV BULK devices is quantified. The static figure of merit
are unchanged up to 600°C 2h thermal budget (TB). A slight poly deactivation is observed for the highest TB
(600°C 2h) affecting only the gate Workfunction WF and can be compensated for by modifying the channel dopant
concentration. The silicide on the source and drain is shown to be stable, the weak point being the silicide instability
of poly gate starting from 550°C post anneals. These results shows that HV SiO2/Poly devices can be integrated on
the bottom level of 3DSI with a comfortable TB (at least 500°C 5h) to process the top device. In parallel, reaching a
low gate resistance in order to maintain good RF performance is achieved using Low-Temperature LT. UV

Nanosecond Laser Annealing UV-NLA.

SCIENTIFIC COLLABORATIONSIEP-LAHC, STMICROELECTRONICS, SCREEN

Context and Challenges

3DSI consists in stacking device layers in a sequential
manner. This integration offers the highest 3D contact density
but comes at the cost of TB constraints for the top layer
processing, in order to preserve the performance of the
bottom one. 3DSI is a great candidate for More than Moore
applications, requiring High Voltages (HV) devices. Previous
studies have confirmed the stability of advanced digital top
devices up to 500°C, and that TB is sufficient to process HP
digital devices. The aim of this study is to evaluate the
maximum thermal budget that can sustain HV MOSFETs
used as bottom transistors of a 3DSI. In addition, in order to
preserve the underlying devices, processing of the top tier
with UV Nanosecond Laser Annealing (UV-NLA) is
considered. Indeed, this technique allows a selective heating
of the surface while maintaining the underlying level at a
relatively low temperature and enables to achieve low gate
stack resistance.

Main Results

The main differences between HV and digital devices are
summarized in Fig. 1(a & b). Digital devices (0.9V) uses
FDSOI technology with Lgmin=30 nm, undoped channel and
HfSION/TIN gate stack. Meanwhile the HV MOSFET presents
a doped BULK channel, SiO,/Poly gate stack (EOT=13 nm)
and Lgmin=600 nm.

FD-SO10.9V [3] This work: SV Bulk
Lg min = 0.6pum
a) Lg min = 30nm b)
NiPt10%

FD-SOI
0.9V

Tsi=7nm
undoped channel

[l
[}

Figure 1: (a) Digital (0.9V) FDSOI & (b) 5V BULK

RELATED PUBLICATIONS:

[1] C. Cavalcante et al., SSDM (2019), http://www.ssdm.jp/2019/ (paper N-4-02)

Additional TB (from 400°C to 600°C 2h) have been applied to
BULK 5V devices. The Vth for both N&P after the additional
TB is stable up to 550°C 2h, a slight Vth shift starts to be
observed at 600°C 2h, for N&P respectively. In contrast, the
gate resistivity is degraded up to 70% at 600°C. This gate
deactivation has only a small effect on Vy, (visible only at
600°C 2h), which can be compensated by adjusting the
channel doping [1].

Low gate stack resistance with ns laser anneal

We propose a low temperature (LT) gate first approach in
which an in-situ doped amorphous silicon layer is deposited at
475°C then subsequently converted into a polycrystalline film
using UV ns laser annealing. We demonstrate the ability to
obtain a low resistance poly-Si gate for the top transistors
within a thermal budget expected to preserve the bottom
devices electrical performance [2]. 2D numerical simulations
performed using LIAB software show, in Fig.2, the beginning
of the a-Si:P layer melt up to the complete melt. A correlation
between the Rs quasi-linear decrease with larger and larger
grains is proposed and attributed to the progressive
conversion of the initial a-Si:P into poly-Si:P with a
concomitant dopant activation until complete melt occurs.

poly-Si:P

HfO+
Si0; (145 nm)

0.50 Jicm® 0.75 Jicm®

Buik 5i
st Liguid phase - -1 - Solid phase

0.95 Jicm* 1.06 Jicm®

Figure 2: Numerical simulation of gate stack submitted to UV-
NLA at various energy densities, from a-Si:P upper layer melt
onset to its full melt.

Perspectives

Once, analog device stability is validated at LT up to 5V, the
integration of analog stackable devices at LT with good
analog performance should be possible.

[2] S. Kerdiles et al., IEEE ECS (2019), https://iopscience.iop.org/article/10.1149/09301.0019ecst
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RESEARCH TOPIC:
RF applications, mm-wave, 3D sequential integration, low
temperature process.

——— 3D Coolcubelntegration for RF Applications

AUTHORS:
X. Garros, P. Sideris, J. Lugo, L. Brunet, C. Fenouillet-Beranger,
P. Batude, (C. Theodorou)*

RF performance of a fully integrated CMOS 3D Sequential Integration (3DSI) is for the first time deeply investigated. We
highlight that Top Tier PMOS processed at 630°C can feature good RF Figure-Of-Merits (FOM) with Ft=55GHz and
Fmax=80GHz at L=30nm and VDD=-1V. Guidelines to further increase the 3DSI-RF MOS performance are also provided,
based on a complete characterization and modeling of the key electrical factors affecting device RF FOMs. They lead us to
propose an improved low temperature process (T<530°C) able to boost the PMOS RF performance i.e. towards Ft>100GHz

and Fmax>170GHz.

Additionally, an in-depth analysis of the inter-tier dynamic coupling and RF crosstalk of digital circuits in 3D sequential
integration enables to conclude for the first time on the need of a Ground Plane (GP) for various applications.

SCIENTIFIC COLLARATIONSIMEP-LAHC

Context and Challenges

3D sequential integration (3DSI) is currently showing an
industrial appeal for More Moore and More than Moore
applications. It increases the density, efficiency and
performance of digital chips without reducing the transistor size
[1-2]. 3DSI opens the possibility to novel configurations such us
analog-digital and analog-analog or RF applications. Current
existing solutions such as Front End Module technologies
(PDSOI, GaN) and Silicon photonics are still limited because of
interconnections. 3DSI offers higher transistor density, small
parasitic and interconnect length reduction, which should lead to
better performance for millimeter-wave (mmW) circuits. 3DSI
allows obtaining a performant digital tier close to the RF. For
this reason, top-tier transistor are interesting for RF integration.
Also, in 3D sequential integration, the Inter-Layer Dielectric
(ILD) separating the sequential tiers is ultra-thin (~100nm) and
may lead to parasitic coupling between tiers. It is thus required
to analyze the immunity of top devices when bottom layer is
either digital, RF or analog circuit (VDD=2.5V).

Main Results
Low temperature devices RF performance:

| Thiswork | TED[a] [ SSE37[b] |

Technolog) MOSFET Junctionless MOSFET
p . Top InGaAs
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[a] A.Vandoorenet al., TE2018 [b]V.Deshpandeet al., SSE017

Figure 1: Benchmarking of RF performance of 3D sequential [1]
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Top Tier PMOS feature Ft of 55GHz and Fmax of 80GHz at
VDD=-1V, FOMs which are at the state-of-the-art for a 3DSI
integration (Fig. 1). In depth characterization and modeling
allowed us identifying the key electrical factors affecting RF
FOM such as mobility or gate resistance and to propose an
improved low temperature process (T<530°C) able to boost the
RF performance of the transistor [1].

Inter-tier Dynamic Coupling and RF Crosstalk in 3C
Sequential Integration:

Through experiments and simulations, we have shown that, for
purely digital 3D sequential circuits, there is no major coupling
between top and bottom tiers, therefore inter-tier GP integration
is not needed. However, when it comes to mixed signal and RF
applications, a polysilicon GP layer provides the necessary
immunity to inter-tier coupling effects like crosstalk. We have
also demonstrated a novel integration scheme of inter-tier
isolation with a polysilicon GP, highlighting its SOI compatibility
and the advantages over metallic solutions (Fig.2) [2].

Mixed
Digital (Vpo=1V) sig:;le]RF ) GN
BOTTOM TIER Topdevice
No GP needed, t, ;=130nm
w

Digttal (Vo=1V)  (Verifled with SRAM cellin ~ GP needed
. > Wep

GP
-

[4] and this work) depending on
frequency and
For typical digital logic level ~layout of the.
RF noise margins, GP. application
may not be needed

{Lp=350nm or GP needed

Analog (Vpp=2.5V) GP insertion (verified with  Bottom device
(Due 10 Vip o Shift) RO case)

Figure 2: Summary table on the need of inter-tier Ground plane
Introduction for various applications [2].

Perspectives:

Further RF performance boost for mm-wave applications are
expected via technology/device co-optimization as well as in-
depth device characterization and modelling.
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Imaging, Modeling and Engineering of Strain in GAA

Nanosheet Transistors
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We combine in-house developed techniques of advanced transmission electron microscopy (TEM) and numerical
models to map the evolution of strain along the integration of horizontally stacked Gate-All-Around NanoSheet
transistors (GAANS). The findings provide insights and guidelines for strain engineering for sub-5 nm CMOS

technology.

SCIENTIFIC COLLABORATIONBM Research Albany

Context and Challenges

I'n the framewor ke sawa trdheitmm feo 2D
planar transistors to 3D FinFET. A forthcoming transition
expected for sub-5 nm nodes where stacked gate-all-around
channels (GAA) such as in NanoSheet (NS) transistors will
define the architecture to deliver improved electrostatic control,
density and performance [1]. Engineering of the elastic strains
in the channel will be crucial to enhance the mobility of charge
carriers. However, the complex 3D structure of GAA transistors
makes measuring and controlling strain challenging. CEA-Leti
has consolidated a solid reputation on developing TEM based
techniques and modelling protocols to assess strain in nano-
devices. Here, we use it to map the evolution of strain in
integrated GAANS at an aggressive 10 nm design rule [2].

Main Results

To illustrate the work, in Fig. 1 we display the TEM and strain
maps obtained by Precession Electron Diffraction (PED) after
the epitaxy of source and drain. We show that the source/drain
are not expected to be stressors as in previous technologies.
Channels are tensile strained in xx by the SiGe interlayers.

Figure 1: Dark-field TEM (top-left), strain maps (labeled PED)
and model calculations after epitaxy of source and drain.

RELATED PUBLICATIONS:

In Fig. 2, the TEM and strain maps are obtained when the
channels are suspended before metal gate deposition. Strain in
the channel is now compressive in xx by -0.5% to -1%, in
agreement with the needs for pFET. Our model suggests that
the strain comes from inter layer dielectrics. Further impact of
the gate stack, metal contacts and channel cladding is reported
in [2]. We show that the suspended nature of the channels at
the release step and the channel-embraced gate provide
unique opportunities for strain manipulation in GAANS.

smaller lattice

1

Figure 2: Dark-field TEM (top), strain maps (labeled PED) and
model calculations for channel release step.

Perspectives

The developments and sophisticated protocols needed for the
interpretation and modelling of the mechanics of this complex
nanostructure are established. These methods and techniques
can be directly extended to different systems where strain
needs to be addressed at small local scale.

[1] S. Barraud et al., Semicond. Sci. Technol. 34 (2019) 074001, https://doi.orq/10.1088/1361-6641/able5b

[2] S. Reboh et al., IEDM, (2019), http://dx.doi.org/10.1109/IEDM19573.2019.8993524
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RFSOI Technology for Power Amplifier Solutions
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A robust and low cost Si RF-SOI Power Transistor, which can deliver +31dBm output power with 74% of Power
Added Efficiency (PAE) and 18dB of Gain, has been optimized for 4G & 5G sub-6GHz Power Amplifier (PA). In
combining an original design and a full characterization of all aging mechanisms, it has been proven that power
amplifiers fabricated in RF-SOI can meet the reliability and robustness required to challenge conventional
technologies for power amplifiers. This study paves the way for integrating RF-SOI power amplifiers in front-end
LTE and 5G modules for smartphones and Internet of Things (I0T) devices.

SCIENTIFIC COLLABORATIONST Microelectronics

Context and Challenges

RF-SOI is already the mainstream technology for some RF
applications. In fact, SOI accounts for more than 90 percent
of the current market for RF switches, which are integrated in
smartphone Wi-Fi™ modules and every 4G LTE device. RF-
SOl-based switches are a key technology to integrate into
future 5G terminals. However, RF-SOI is less prominent in
power amplifiers since the high voltages handled by the
transistor induce device aging. So far, important design
margins must be considered to guarantee this reliability at the
expense of a performance reduction of the PA. The challenge
of this work was therefore to determine how far RF
performance can be improved without any reliability penalty.

Main Results

A 5 mm PA Transistor has been fabricated in 130 nm Si RFSOI
technology by STMicroelectronics. The device is an interleaved
transistor made of a L=0.3 pm nmos body-contacted transistors
and a n-channel laterally diffused MOS (NLDeMOS) in cascode
configuration (Fig. 1). The NLDeMOS has a ft of 44GHz and
can handle high power due to its high BV of ~13.5V.

Large RF signal performance of the RF-SOI PA Transistor is
measured at 2.7GHz. At nominal condition Vcc=3.4V, the
transistor exhibits an excellent PAE of 74% at output power
Pout of 28dBm. Increasing V. from 3.4V to 5V allows
boosting the Pos of +3dBm while keeping the same record
PAE and Gain (Fig. 2). Pushing further V. is suitable to
improve PA performance.

RELATED PUBLICATIONS:
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Figure 2. RF performance of the PA transistor for 3.4 & 5V
power supply.

A large campaign of RF aging was then performed to determine
how far V¢ can be pushed without affecting device long-term
reliability. Negligible Hot Carrier aging is observed whatever the
stress scenario - up to Vcc=6V. However, such a high V.. may
sometimes induce device BreakDown. Finally, the best trade-off
in performance vs overall reliability (HC&BD) is obtained at a
power supply of 5V. It allows to boost the RF PA transistor
performance (P.x=31dBm) while guarantying a high reliability
level - negligible RF aging & 3.5years TDDB lifetime (Table).

Nominal Boost
V, =34V V,=5.0¢

PAtransistor A L=0.3puntascodenterleavedPA transistor
Features A ST 130nm RFS@thnology

A F=2.7GHz
- Max PAE=74% -Max PAE=74%
RFPerformance - Gain=+18dB - Gain=+18dB
- P, =+28dBm - P, =+31dBm
PA Reliability
RF HGiging NegligibleGain and PAE drifts
OxideBD 280000 years 3.5years
MTTF @100%ctivity @100%ctivity
BV 13.5v

RF performance & reliability of our RF-SOI transistor.

Perspectives

This study focused on sub-6GHz frequency domain. It could be
interesting in the future work to extend it on RF-SOI PA
designed for 5G mm-wave applications.
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Resistive Memories to Enable the Design

of Spiking Neural Networks

RESEARCH TOPIC:
Resistive memories, OxRAM, Spiking Neural Networks (SNN),
synapses, neurons, Content Addressable Memories (CAM)
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J-P. Noel, B. Giraud, E. Esmanhotto, E. Nowak, (M. Payvand, G.
Indiveri)

Resistive memory technologies (RRAM) can play a crucial role in the hardware implementation of the three main
Spiking Neural Network (SNN) building blocks: communication, computation (neurons), learning and memory
(synapses). We recently worked on the development of all these three blocks. We presented the first complete
integration of a SNN, combining analogue neurons and Resistive RAM (RRAM)-based synapses. We fabricated
and characterized a Content Addressable Memory (CAM) circuit that allows to implement the routing in
reconfigurable neuromorphic hardware. We proposed to incorporate RRAM into neuron circuit models allowing

memory to be truly co-localised with the computational units.

SCIENTIFICOLLABORATION&Jniversity of Zurich and ETH Zurich

Context and Challenges

Spiking Neural Networks (SNN), also called 3 generation of
neural networks, are fundamentally different from the neural
networks that the machine learning community knows. In
addition to neuron and synaptic models, SNNs incorporate the
concept of time into their operating model. They operate using
spikes, which are discrete events that take place at points in
time, rather than continuous values. These networks are
promising to build ultra-low power embedded and pervasive
computing systems, which will fulfii the need to produce,
process, and transmit an ever-increasing amount of data. We
recently demonstrated that resistive memory technologies
(RRAM) enables the hardware implementation of SNN, where
storage and processing are inseparable.

Main Results

First, resistive memories arrays have been recognized as
promising paths to realize density and plastic interconnects
between neurons. We recently presented the first complete
integration of a SNN, combining analog neurons and RRAM-
based synapses [1] (Fig.1). The implemented topology is a
perceptron, aimed at performing hand-written digit classification
(MNIST database). The measured classification accuracy is
84%, with a 3.6 pJ energy dissipation per spike at the synapse
and neuron level (up to 5x lower vs. similar chips using formal
coding). Second, we designed and fabricated a resistive
memories-based Content Addressable Memory (CAM) [2]. The
proposed CAM cell is largely insensitive to the resistive
memory resistance ratio and variability. This circuit allows to
implement the routing (i.e. the method to send the spikes
among the neurons) in reconfigurable neuromorphic hardware.
This solution is less space consuming (2 transistors and 2
resistive memories) with respect to the conventional solutions
(12 transistors) and it is non-volatile (no static power
consumption). Third, resistive memories can be incorporated
into neuron circuit models allowing memory to be truly co-
localised with the computational units facilitating the realisation
of massively

RELATEDPUBLICATIONS:

[1] D. R. B. Ly et al.,, IEDM (2019), https://doi.org/10.1109/IEDM.2018.8614603

parallel local plasticity mechanisms [3]. Based on this RRAM-
based neuron, we proposed a technologically plausible intrinsic
plasticity mechanism and demonstrated its use in the case of a
recurrent neural network topology.

AlCu M5 v"‘

RRAM

Figure 1: Chip micrograph of the SNN circuit for the hand-
written digit classification (top) and cross section of the RRAM
memories integrated between M4 and M5 of a 130nm CMOS
technology

Perspectives

A first hardware implementation of the three main Spiking
Neural Network building blocks (synapses, neurons, and
routing) have been demonstrated. Next step will be a circuit
directly connected to spike sensors, which will no longer need
conversion and will offer temporal data.

[2] T. Dalgaty et al., APL Materials 7, 081125 (2019), https://doi.org/10.1063/1.5108663

[3] A. Valentian et al., IEEE IEDM (2019), https:/doi.org/10.1109/IEDM19573.2019.8993431
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HfO2 OXRAM is one of the most promising advanced memory technologies. It can be integrated with a frontend
transistor in 1T1R arrays for embedded applications. It can also be integrated with a backend selector in 1S1R for
high density crossbar arrays for Storage Class Memory and In Memory Computing applications.

We recently pushed the scaling limits of OXRAM technology down to 30 nm and showed excellent compatibility with
logic transistors on the 28 nm node. Memory reliability was analysed at the array level.

We then co-integrated an OXxRAM memory with a backend selector showing outstanding device performances (108
programming, 108 reading and 10° read disturb cycles were demonstrated), opening the path for large memory

crossbar arrays.

SCIENTIFIC COLLABORATIONSEP-LAHC, 2IM2NP Marseille, (INL-CNRS, INSA de Lyon

Context and Challenges

Resistive Random-Access Memories (RRAM) are one of the
most promising suitable technologies for embedded, Storage
Class Memory and In Memory Computing applications. For
embedded applications (1-32 Mb), a front end transistor is used
as selector while for high-density crossbars (>1 Gb), a back-
end selector is required to suppress sneak paths on unselected
cells. Ovonic Threshold Switching (OTS) mechanism is one of
the most interesting solutions for the latter due to their high
non-linearity, high endurance and high ON/OFF current ratio. In
CEA-Leti, we recently improved the maturity of the OxRAM
technology for both embedded and standalone applications,
and co-integrated it with a back-end selector for high density
crossbar arrays.

Main Results

First a focus on the OXRAM technology was performed:

- The OXRAM shrink was addressed, down to 30 nm in
diameter, focusing on the forming voltage, BER and data
retention on a large statistics (4kbit arrays). Several strategies
are provided to reduce the BER leading to a projected 10 BER
result [1].

- We then illustrated how thin gate oxide transistors (GO1/SG)
can meet the OxRAM high voltage requirement as the memory
bit approaches 100 nm diameter, and we demonstrated a 120
nm OxRAM (1R) co-integration in 1T1R arrays with FDSOI
transistors  (Fig.1) with remarkably good performance
(endurance up to 107 cycles on single bit). Co-integration of
OxRAM with GO1 logic transistors is key for advanced
embedded applications to allow large memory capacities.

Then, in a second step, the co-integration of an OXRAM (1R)
with a backend selector (1S) was achieved in 1S1R arrays
(Fig.2) to target stand alone and in particular storage class
memories applications. Outstanding performances at the level
of the state-of-art were demonstrated [2-3]. Up to 3 decades of
current window margin and 6 decades of selectivity were
achieved. More than 10® programming, 108 reading and 10°
read disturb cycles were demonstrated. Ultra low OTS leakage

RELATED PUBLICATIONS:

[1] J. Sandrini et al., IEDM (2019), https://doi.org/10.1109/IEDM19573.2019.8993484

current is compatible with 100Mb-1Gb bank size. Variability of
voltage margin, selectivity and current margin were thoroughly
investigated in a statistical way to identify the most critical
features for high-density crossbar arrays.

1R co-integration with FDSOI
GO1 transistors

y W
GO1FDSOI
’ transistor
OxRAM
120nm

Figure 1: Cross sections showing the OxRAM integrated with a
GOL1 transistor on 28nm node for embedded applications

Figure 2: SEM image of
(1S1R) integrated In M4 on top of FEOL select transistor
(130nm node)

Perspectives

A first demonstration of an OxRAM device with an OTS
backend selector was achieved, showing excellent
performances. The next step will be to shrink the OXRAM/OTS
co-Integrated devices to <100nm to investigate the mechanisms
that appear at small dimensions.

[2] D. Alfaro Robayo et al., IEEE int. Memory Workshop, (2019), https://doi.org/10.1109/IMW.2019.8739746

[3] D. Alfaro Robayo et al., IEDM (2019), https://doi.org/10.1109/IEDM19573.2019.8993439
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Phase-Change Memory (PCM) is today the most mature among innovative back-end non-volatile memory
technologies, thanks to a wide set of features making PCM technology versatile enough to meet different
applications requirements. The development of highly Sb-rich GeSbTe phase change material featuring high
speed performance and high material stability under cycling suitable for Storage Class Applications is reported.
For embedded automotive applications, the thermal engineering of the PCM cell architecture through the
integration of low thermal conductivity dielectrics is reported, demonstrating improved PCM performance.

SCIENTIFIC COLLABORATIOMplied Materials

Context and Challenges

Phase-Change Memory (PCM) is among the most promising
innovative non-volatile memory technologies. It has entered
the market addressing Storage Class Memory (SCM)
applications and is sampled within Microcontrollers for
Automotive applications. PCM technology features a wide set
of interesting features such as fast read and write access,
nanometer-scale scalability, good thermal stability and
endurance. However, PCM cell architecture and material
composition engineering is still necessary in order to improve
electrical performances tailored to specific applications.

Main Results

First Focus:
Sb-rich GST compositions have been developed (Fig. 1.a: ¢
and d compositions), targeting high speed performance and
material stability under cycling for SCM applications [1]. Both
compositions were integrated within 4Kb arrays. SET
programming time as small as 10 ns was demonstrated on d-
GST single devices. Such high speed programming was
confirmed in 4Kb d-GST PCM arrays, with the demonstration
of a reliable SET programming of more than 70% of the array
with a 30 ns single pulse (Fig. 1.b). High stability of resistance
states and high endurance cycling was confirmed.
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Figure 1: (a) g and d GST compositions (b) Resistances
distribution obtained from SET speed test in d GST 4kb array

RELATED PUBLICATIONS:

Second Focus:

A low thermal conductivity SiC layer was integrated as the
PCM encapsulation on Ge rich-GST 4Kb arrays (Fig.2.a).
SiC-PCM cells performances were compared to standard SiN
encapsulated cells [2]. A reduction of programming current
was demonstrated (~15% of reduction wrt SiN-PCM)
(Fig.2.b), as well as a higher programming speed and a data
retention of more than 1h at 250°C. The improved stability at
high temperature is attributed to a more uniform amorphous
volume in SiC devices, confirmed by electro-thermal
simulations, which enables a higher thermal confinement and
therefore a more efficient heating of the phase-change
material.
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Figure 2: (a) Device Schematic, (b) Resistance vs programming
current for 4Kb PCM arrays for SiN-PCM and SiC-PCM.

Perspectives

Alternative GST compositions as well as innovative
encapsulations are being investigated to further improve PCM
performances at the array level.

[1] G. Navarro et al., IEEE int. Memory Workshop (2019), https://doi.org/10.1109/IMW.2019.8739656

[2] AL. Serra et al., IEEE int. Memory Workshop (2019), https://doi.org/10.1109/IMW.2019.8739588
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Demonstration of BEOL-Compatible Ferroelectric Hf ¢.5Zr0.50;
Scakd FeRAM Centegrated with 130 nm CMOS for Embedded

NVM Applications
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We successfully co-integrated HfosZros0O2 scaled capacitors in the Back-End Of Line (BEOL) of 130nm CMOS,
demonstrating for the first time their scalability and compatibility with BEOL thermal budgets. Excellent capacitor
performance is reported down to 300 nm diameter, with remanent polarization 2.Pr > 40 uC/cm?, 30ns operation
speed and outstanding > 101! cycling capability. Those results pave the way to ultra-low power (< 10fJ/bit), low cost

FeRAM for loT applications.

SCIENTIFICOLLABORADNS:*NaMLab gGmbH

Context and Challenges

Ferroelectric HfO2-based thin films (< 15 nm) have been
intensively studied for next generation ultra-low power
memories due to their excellent CMOS compatibility compared
to more conventional ferroelectric materials like PZT, and their
potential for scalability. Promising performance, such as high
remanent polarization > 40 pC/cmz, coercive fields < 2 MV/cm,
ultrafast switching speeds < ns and high endurance were
reported since the first discovery of ferroelectric HfO> in 2007.
However current published results are based on large area
Metal/Ferroelectric/Metal capacitors (typically 10000 € m| ) ,
thermal budgets larger than 500°C. Therefore we focused our
studies on the following challenges: 1) co-integrate scaled
capacitors with CMOS while preserving the orthorhombic
(ferroelectric) phase with a BEOL-compatible thermal budget
and 2) extract ferroelectric performance of single 1T-1C bitcells
with memory-like electrical patterns.

Main Results

TiN/10 nm HfosZrosO2/TIN capacitors with diameters down to
300 nm were integrated between M4 and M5 of 130 nm CMOS
(Fig.1). The ferroelectric phase is maintained down to 350°C
thermal budget [1], demonstrating the BEOL compatibility of
this stack.

TiN bottom electrode

Figure 1: (a) SEM cross section showing the transistor level,
the different metal lines, and @300 nm ferroelectric TiN/
Hfo.sZrosO2/TiN capacitors integrated between M4 and M5 of
130 nm CMOS (b) HRTEM image detail of a @300 nm
capacitor with 20nm crystallite size (in-plane)

RELATED PUBLICATIONS:

[1] T. Francois et al., IEDM, (2019), https://doi.org/10.1109/[EDM19573.2019.8993485

[2] T. Francois et al., IEDM, (2019), https://doi.ora/10.1109/IMW.2019.8739664

The ferroelectric switching kinetics was then derived [2] on
0.27em? single cells for various pulse widths and amplitudes,
revealing operation speeds as low as 30 ns and potential for
multi-level programming (Fig. 2.a). The endurance measured
on the integrated capacitors exceeds 10 cycles (Fig. 2.b). The
reported value is quite promising for FeRAM memories, where
such high endurance will be required due to the destructive
reading operation that necessitates a write back step.
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Figure 2: (a) Switching efficiency map on @600 nm capacitor
with a PUND 2.Pr as reference and (b) ferroelectric switching
efficiency measured on two @600 nm single capacitors with
optimized pattern along cycling. No bitcell breakdown is
observed before 10! cycles (i.e. experimental limitation)

Perspectives

The BEOL compatibility demonstration of ferroelectric
TiN/HfosZrosO2/TiN capacitors combined with their excellent
performance in terms of speed, power consumption, and data
retention at 125°C [1] is promising for future embedded NVM
applications. The next step consists in the design and
characterization of FERAM memory arrays to assess thoroughly
the state distributions with bitcell size and therefore the potential
of ferroelectric HfO2-based capacitors for future low power and
low cost applications.
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Progress Toward Predictive Simulation of Electronic and
Transport Properties Using ab initio Methods

RESEARCH TOPIC:
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atomistic first principles methods

AUTHORS:
B. Sklénard, F. Triozon, A. Dragoni, (V. Olevano)*

Ab initio simulations based on density functional theory including many-body corrections are performed on various
materials and heterojunctions. They provide reliable results for the electronic structure, optical properties, and
guantum transport properties. They have been employed to compute accurate electronic structure and optical
absorption of HfO2. A new methodology has also been developed to couple ab initio calculations with quantum
transport simulations. It has been applied to the calculation of the tunneling current through a metal/insulator/metal
junction. These developments open perspectives for the technological development of new devices, which should

benefit from a better knowledge of materials properties.

SCIENTIFIC G@ABORATIONSCNRS Institut Néel

Context and Challenges

First principles methods based on density functional theory
(DFT) allow the simulation of materials, defects, and interfaces
at the atomic scale. While these methods are highly accurate
for structural properties, they have limitations to predict
electronic or optical properties. This is because DFT is a ground
state theory, which generally underestimates the electronic
band gaps of semiconductors and insulators, and which does
not provide accurate excited states energies.

Many-body corrections, added on top of DFT, allow simulating
electronic properties with much better accuracy. The use of
these methods remains challenging, mainly because of their
high numerical cost. The purpose of our research activity is to
apply these methods to materials of interest for technological
applications.

Main Results

The electronic and optical properties of monoclinic HfO2 have
been calculated using different levels of many-body corrections
on top of DFT [1]. The results have been directly compared to
raw experimental spectra. It was shown that the quasiparticle
self-consistent GW (QSGW) correction, which updates both
energies and wavefunctions, yields the best agreement with the
experimental density of states (Fig. 1.b.). The optical absorption
spectrum is well reproduced (Fig. 1l.a.) by accounting for
excitonic effects via the Bethe-Salpeter equation (BSE) on top
of QSGW.
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Figure 1: Simulated vs. experimental density of states and
optical absorption spectra of monoclinic HfO> [1]

RELATED PUBLICATIONS:

These results enabled the material parameters to be refined
with respect to the literature. In particular, the electronic
bandgap was found 0.57 eV larger that the optical bandgap,
which is attributed to the exciton binding energy.

The impact of many-body corrections on transport properties
has also been investigated. The tunneling conductance through
Ag/MgO/Ag junctions was calculated by using plane-wave DFT
calculations, transformation to Wannier basis set, and
calculation of the quantum transmission with the Landauer
formalism [2]. Various many-body corrections were added on
top of DFT and it was shown that while GoW, corrections do not
impact the conductance, hybrid functional (HSE) and COHSEX
reduce similarly the conductance by more than one order of
magnitude for the thickest oxide considered (figure 2). These
two latter approximations are expected to yield more reliable
results.

Conductance (Q~1- um~?)

0 1 2 3 4 5
Number of MgO cubic layers

Figure 2: Tunneling conductance of an Ag/MgO/Ag junction vs.

MgO thickness, computed within various approximations [2]

Perspectives

This research activity aims at providing predictive simulations of
the transport properties of materials and heterojunctions.
Targeted applications include emerging memories such as
OxRAM or PCRAM, 2D materials, and ferroelectric devices. An
important goal is the ability to screen several materials and/or
metal contacts to guide technological developments

[1] B. Sklénard et al., Applied Physics Letters 113, 172903 (2018), https://doi.org/10.1063/1.5044631

[2] A. Dragoni et al., Physical Review B 101, 075402 (2020), https://doi.org/10.1103/PhysRevB.101.075402
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A2RAM as Capacitor Less Embedded DRAM

RESEARCH TOPIC:
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S.Cristoloveanu)*

A2RAM is a 1-transistor DRAM device built on SOI substrate with a doped buried layer, the so-called bridge, short-
circuiting the source and the drain. The 616 st ate i s d e ¢hargesid thebupdopged part gb the
silicon film (the body) while the 060 0UsimgtT@ADesimdatians, we
demonstrate a methodology to characterize electrically the bridge doping profile. We also show the functionality of
A2RAM fabricated with an adaptation of the nanowire MOSFET process flow. Finally, we have developed an

A2RAM compact model which describes memory operation.

SCIENTIFIC COLLABORATIONMEP-LAHC

Context and Challenges

Standard DRAM memory cells include one transistor used as a
selector and a capacitor used as the storage element. DRAM
scaling is achieved with the scaling of both elements: the
transistor follows Moore's law and the capacitor, which needs to
guarantee a capacitance value around 30~40pF is now built in
3D using a trench or stacked structure. The new capacitor
structures involve higher process complexity, so higher cost.
One solution to continue DRAM scaling is to use capacitor-less
DRAM, such as A2RAM (Fig.1.a).

Main Results

After the first experimental A2RAM operation demonstration in
2012, we performed extensive TCAD simulations to optimize
A2RAM structure and evidence the crucial role of the bridge
doping profile. However, A2RAM bridge cannot be physically
characterized because the film is too thin (< 20 nm) and not
sufficiently doped (around 1 x 10'8cm=). That is why we have
developed a bridge doping profile extraction method through
electrical characterization based on C(V) measurement and the
use of the capacitance derivative. The method is validated by
TCAD simulation and use on experimental data [1]. Based on
this study, A2RAM devices are fabricated following an
adaptation of the nanowire MOSFET process flow (Figl.b). It
also includes a heterostructure between the SiGe body and the
silicon source, drain and bridge to have a deeper potential well
to enhance the charge storage, as well as the memory
performance. Electrical measurement demonstrates the
presence of the bridge and the ability to program and read the
'1' state of A2RAM.

SiGe body

Gate
Ith.,dv Body

Figure 1: (a) A2RAM structure (b) A2RAM TEM cross section

RELATED PUBLICATIONS:

To evaluate if A2RAM can operate in a matrix environment, a
compact model is necessary. We consider the A2RAM as the
combination of a SOI transistor in parallel with a variable
resistor, the bridge (confirmed by [1]). As a consequence, only
the bridge model development is needed. The DC behavior is
provided by an empirical function that captures the variation of
the bridge resistance with gate voltage from depletion to
conduction (ohmic transport). The transition between both
regimes occurs at the bridge threshold voltage [1,2] which is
analytically expressed as a function of A2RAM technological
parameters and back gate voltage.

A2RAM memory effect can be seen as a bridge threshold
voltage shift due to the presence of charges in the body, so to
memory state. First, the memory state is detected with a RC
circuit comparator. Then, the memory state modulates the
bridge threshold voltage where '0' state threshold voltage is
given by the analytical expression developed for DC operation.
The A2RAM model has been implemented in Verilog-A and is
used to simulate a 2x2 A2RAM matrix with a SPICE simulator.
As illustrated in Fig.2, SPICE simulation can be used to
demonstrate the successful programming and reading of the
'1001' Wosgd.
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Figure 2: Current versus time obtained by SPICE simulation of
two bit lines (BLO & BL1) of 2x2 A2RAM matrix: 1001 word is
programmed and read on A1|A2|A3|A4.

Perspectives
Compact model improvements are ongoing to account for
retention and to include more physics into the memory
operation model.

[1] F. Tcheme Wakam, et al., Solid State Electronics (2019) https://doi.org/10.1016/].sse.2019.03.038

[2] F. Tcheme Wakam, et al., Solid State Electronics (2019),https://doi.org/10.1016/j.sse.2019.107731
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Enabling and Modeling 3D Lithography: An Application to CMO¢

Image Sensors
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The last decades have seen a widespread use of optical systems, their applications ranging from mass-market to
professional products. The core of such optical systems is the photodetector array, a pixelated matrix composed of
thousands of pixels - a photodiode topped with a microlens. Its role is to focus precisely the incident light on the
photosensitive area. The microlens is thus a crucial element whose 3D shape controls device efficiency. LETI has
not only developed a 3D modeling approach to optimize the microlens manufacturing with the classical resist
thermal reflow approach, but also investigates the grayscale lithography. Considered as an innovative and
alternative solution, grayscale would enable the microlenses to be fabricated directly in 3D on the resist.

SCIENTIFIC COLLABORATIONSTMicroelectronics

Context and Challenges

Microlens integration on top of a pixel surface is now
mainstream in the CIS industry. However, the ability of
microlens devices to focus efficiently the incident light is
governed by its curvature, which is adjusted according to the
pixel size and the required focal distance. Thus, the microlens
3D shape must be carefully adapted to a given pixel to ensure
maximal efficiency. The microlens optimization remains a
crucial, yet empirical step in a fab. To speed up this processing
time in a production environment, alternative solutions should
be considered. Computational approaches can predict the
formation of microlens, and new lithography techniques enable
a direct patterning in 3D in the photosensitive resist.

Main Results

Photoresist thermal reflow is the most widespread method to
manufacture microlenses. It is a cost effective solution, but it
requires cycling masks and wafers to co-optimize design,
lithography and melt conditions. To overcome this issue and
propose an alternative low cost solution, LETI has developed a
3D resist reflow compact model approach, which enables fast
and precise 3D simulation of microlenses [1]. This offers
designers and process engineers an interesting anticipation
tool (Fig. 1).

Figure 1: (a) AFM characterization of microlenses, (b) 3D reflow
simulation results, (c) perfect match between AFM &
simulation.

An alternative approach to the thermal reflow process to

fabricate microlenses is the grayscale lithography. If mastered,
this technique enables the fabrication of 3D complex shapes in

RELATED PUBLICATIONS:

the resist directly during the photolithography step. With a first a
priori test mask, new 300_mm lithography processes have been
developed [3], bringing the first proof-of-concept of 3D objects
achieved with optical lithography (Fig. 2a and 2b).

Figure 2: (a) a priori pixelated example embedded into 1% mask,
(b) corresponding microlenses obtained, (c) optimized mask
result from dedicated data-preparation solution.

From these results, LETI has developed specific computational
solutions. A new mask optimization flow has been implemented
(Fig 2c) to determine which non-intuitive configurations
embedded into the mask may print later the desired 3D shape
in the resist. This alternative data-preparation relies on a
specific grayscale resist modeling approach [2], and can be
distributed on computing cluster under Unix environment. lIts
intensive use serves to build a second mask iteration,
attempting to address real optical applications cases for
industrial partners.

Perspectives

Grayscale is foreseen as an enabling technique which could
give access to 3D features not achievable with optical
lithography. Grayscale capabilities will be explored thanks to the
next mask to cover a wide range of 3D geometries, mostly
being microlenses. In particular, we will try to enable the
patterning of multi-height, multi-shape structures in a single
lithography step. Continuous work will be carried out with resist
suppliers to evaluate new materials. The compatibility of
grayscale lithography with following etch process step will be
studied also.

[1] S. Bérard-Bergery et al., Proc. SPIE, 10962 (2019), http://dx.doi.orq/10.1117/12.25149221

[2] P. Chevalier et al., Proc. SPIE, 10958, (2019), http://dx.doi.org/10.1117/12.2514234

[3] N. Allouti et al., Proc SPIE, 10958, (2019), http://dx.doi.org/10.1117/12.2514712
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Modifications of GeSbTe during Dry Etching for the Patterning of

Phase Change Memories

RESEARCH TOPIC:

Plasma etching, GeSbTe (GST), damages, oxidation, phase

change memories (PCM)
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Phase-Change Memory (PCM) can be viewed as one of the most promising candidates for replacing current non-volatile
memory devices such as Flash technologies. In the perspective of large-scale integration, the device performances are
getting increasingly more sensitive to surface effects with the GST layer. A full study of interactions between Ge-rich GST
and halogen gases used during plasma etching was performed and completed by the reactions induced by air exposure:
CF4, HBr or Cl2 bring about some alterations of the GST stoichiometric composition and surface damages. In addition, the
chalcogenide is very sensitive to oxidation by air exposure. Currently the best compromise found is the use of HBr as an
etching gas and the implementation of time constraints between the manufacturing steps. Future studies will focus on the
passivation of the GST that can be a means of protection against aggressive environments.

SCIENTIFIC COLLABORATIONEEMicroelectronics

Context and Challenges

For the manufacture of PCM, GST ternary alloys are patterned
using Inductively Coupled Plasma etching. effects of different
plasma chemistries on GST have been investigated.

Ge-rich GST films were deposited on 300 mm substrates and
partially etched with CF4, HBr or Clz [1]. Thanks to several
complementary techniques such as XPS, PP-TOFMS, AFM
and SEM, etched films were characterized and compared to
reach a trade-off for GST etching process.

Main Results

XPS results show the incorporation of halogens resulting in the
formation of GST halides at the surface, with decreasing
reactivity following the sequence CF4>Cl.>HBr (Fig. 1)

The quantification of Ge, Sb, Te elements reveals a Te-rich
damaged layer at the extreme surface of GST for HBr (<2nm)
but deeper in bulk for CF4 and Cl2 (4-5nm).
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Figure 1: XPS spectra of Ge, Sbh, Te elements after the GST

partial etching in HBr, Cl> and CF4 plasmas.
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Scanning electron microscopy (SEM) and atomic force
microscopy (AFM) characterization demonstrate that HBr

RELATEDPUBLICATIONS:

plasma generates the smoothest etched surface and the lowest
roughness.

In all cases, both chemical reactivity and physical ion
bombardment cause GST stoichiometry modification due to the
higher affinity between halogen and GST in the order of
Ge>Sb>Te.

Finally, the HBr plasma can be considered as the best etching
chemistry to minimize the degradation of the Ge-rich GST
composition, the halogen contamination and the surface
roughness.

Air exposure is unavoidable during the process flow of the PCM
cell. The sidewalls of GST are maodified by the incorporation of
oxygen that induces changes of the material composition and
degradation of the pattern dimensions (Fig. 2)._ This
phenomenon starts to become critical only after 24h of air
exposure [2].

Figure 2: TEM-EDX image of a PCM ce postplasma etching
and 30 days air exposure

Perspectives

Two root causes of GST damages were clearly identified and
demonstrated: interaction with etching plasma and oxidation by
air exposure. Current investigations on the passivation of the
GST appear to be an effective solution to protect the material
from potential degradations.

[1] Y. Canvel,_C. Boixaderas et al., J. Vac.Sci.Technol. A37(3), 10 (23), (2019), http://dx.doi.org/10.1116/1.5089037
[2] Y. Canvel, C. Boixaderas et al., Microelectronic Engineering, (2020), https://doi.org/10.1016/j.mee.2019.111183
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——— 3D Metrology from Tilted Electron Microscopy Images
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computational metrology (M. Besacier, C. Gourgon)?
| |

The chip scaling and the increased 3D complexity of the device architectures for advanced nodes comes together
with 3D metrology requirements. Within this context, LETI has developed a robust, non-destructive and fast 3D
metrology based on scanning electron microscopy (SEM) with a tilted electron beam. The reconstruction of the
topography of structures is performed by mean of a linear model, which links defined points of interest on
stereoscopic SEM images to the geometrical parameters. The model calibration is carried out with Monte-Carlo
SEM simulations, experimental SEM images and associated atomic force microscopy (AFM) images. The
reconstruction of experimental "line" type patterns demonstrates the good accuracy of the method.

SCIENTIFIC COLLABORATIONSTMicroelectronics, 2LTM-CNRS

Context and Challenges

With the advancement of microelectronics technologies, the
architecture of electronic components is becoming increasingly ! 225
complex. The knowledge of the dimensional characteristics of !
the structures becomes the key to understanding and
optimizing the behavior of these components. It is therefore
critical to develop rapid, non-destructive three-dimensional
measurement methods. SEM is widely used to carry out
dimensional measurements because of its speed and its non-
destructive character. However, obtaining quantitative and
precise 3D information remains a challenge.
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Main Results
Thanks to an electron microscope fitted with a tilted electron
beam, it is possible to obtain images at different viewing angles | 0 100 200 300 400 500 600 700
(Fig. 1.8). From a naive analysis of these images, the height | o _ Measurement ID :

; ) igure 2: Height estimate of 800 line patterns. (inset)
and the sidewall angles of the observed patterns can be directly T ) i
extracted geometricall. However, the electron-matter approximation of a line type geometry with 8 parameters.
interactions make the problem non-trivial as the SEM signal
depends on the surrounding environment of the electron beam |
impact point. : For line-type patterns (inset Fig. 2), specific points called
: descriptors are placed mathematically on the SEM images, and
their variation laws as a function of the geometry parameters is
theoretically established by mean of Monte-Carlo simulations.
These laws are refined with experimental SEM and AFM
images in order to build a linear reconstruction model. This
model is then used to reconstruct the topography of lines of
different heights, showing overall results consistent with
reference 3D metrology (AFM, FIB-STEM) (Fig. 2 and 1.b).

50

Perspectives

The presented 3D reconstruction approach from stereoscopic
: SEM images can be extended to multiple patterns such as
; trenches, dense-lines and micro-lenses. The reconstruction
: uncertainty can be further reduced by improving the SEM
images pre-processing. We also investigate a more generic
approach to reconstruct the geometry when the feature is not
known in advance.

(@1 : (b)

Figure 1: (a) Raw SEM images of a line pattern (b) 3D
reconstruction (c) Reference AFM image

RELATED PUBLICATIONS:
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Spacer Patterning Lithogr%ﬁhy as a New Process to Induce Block
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Directed self-assembly (DSA) of block copolymers (BCP) is a promising solution for advanced patterning of
sub-10-nm technology nodes. Known for high-resolution capabilities, low-cost and easy process integration, DSA
continues to raise interest in the semiconductor industry. DSA technology is suitable for multiple patterns such as
line and space, contact shrink and multiplication and pillars. Recently, CEA-LETI has developed original DSA
approaches from lab scale to industrial scale using its DSA pilot line and advanced BCP materials. A new DSA
chemo-epitaxy process, using spacer patterning lithography benefits, is reported here.

SCIENTIFIC COLLABORATIONSkema, 2Brewer Science, *Univ. Chicago, “Aplied Materials, *SSCREEN

Context and Challenges

Affordable, simple, versatile: DSA is still highly investigated as
a lithography technique to pattern sub-10-nm features for
CMOS industry. DSA is used to target different lithography
applications: line/space in metal layers, contact hole shrink and
multiplication, and pillar patterning.

Chemo-epitaxy DSA processes align the block copolymers by
means of a template with chemical contrast. The current
chemo-epitaxy processes are showing their limitations today,
mainly due to the resolution limitation of conventional
lithography techniques needed for the guide formation.

Main Results

A new chemo-epitaxy process, named ACE (Arkema-CEA),
based on spacer patterning, has been developed on a 300 mm
DSA pilot-line [1]. This process offers chemical guides with a
very small critical dimension (CD < 20 nm) controlled by the
deposition process (Fig. 1). Moreover, by combining spacer
pattering and DSA advanced technologies, high pitch division is
feasible (for example from 120 nm initial pitch to 30 nm final
pitch).

,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,, 1%t part: Spacer Patterning
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Lithography (1) Mandrel etch (SQCJ (2) Spacer deposition (3] Spacer etch & mandrel pull (4)
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Figure 1: ACE process flow

The main efforts for ACE process development concerned the
surface energy control and compatibility of the materials of the
chemical guiding template. By using advanced metrology,
selected depending on the step, a process window for a 30 nm

RELATED PUBLICATIONS:

pitch PS-b-PMMA BCP has been successfully demonstrated
(Fig. 2). The chemical guiding pattern design and the various
etching steps have been optimized to achieve this state-of-the-
art result. Moreover, a first proof-of-concept of DSA of high-
BCP system with aggressive pitch (18 nm pitch) (Fig. 2b).

Figure 2: CDSEM images after DSA process (a) 30 nm pitch (b)
18 nm pitch

A high-resolution patterning context such as ACE, removing
PMMA without consuming PS and conserving the initial
dimensions remains a challenge requiring excellent etch
control. Hence, a plasma etch chemistry allowing a perfect
control of polymerization has been developed [2]. This works by
protecting the PS template by thin polymer deposition, while
PMMA is etched by the same plasma chemistry. By applying a
single step, results remain similar to atomic layer etching. This
process has been applied to line/space applications and
confirmed its potential to develop new patterning architecture.

Perspectives

Future works will be focused on ACE process stabilization,
understanding and characterization, especially in terms of
roughness, for the 30 nm pitch PS-b-PMMA BCP. Chemical
guiding patterns will be manufactured by immersion lithography,
in order to optimize alignment of 18 nm pitch high-chi BCPs.
Finally, transfer of DSA patterns into underlying hard-mask will
be closely investigated

[1] A. Paquet, A. Gharbi et al., Proc. SPIE 10958 (2019) https://doi.org/10.1117/12.2514960
[2] A. Sarrazin et al., Journal of Vacuum Science & Technology B 37, 030601 (2019), https://doi.org/10.1116/1.5090395
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Alternative Lithography Combining Nano Imprint Lithography and

DNA origami Technique
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Alternative lithography such as Nanoimprint lithography (NIL) and DNA origami lithography techniques differ from
other conventional lithography by the fundamental process mechanisms involved. The structures are firstly created
by resist flow then by DNA structuration. In order to be integrated in nanoelectronic devices, it is crucial to develop a
method to place individual DNA origami structures on a patterned substrate. NIL appears like an ideal candidate to
manufacture patterns thanks to high throughput and low cost. The combination of these two methods are closely
linked to material usage and compatibility. LETI has defined the process conditions needed to make sub-10nm

patterning successful.

SCIENTIFIC COLLABORATIOMSkema, 2INSERM Montpellier.

Context and Challenges

The microelectronics industry is facing a huge challenge for
sub-10-nm lithography. The Extreme ultraviolet (EUV)
technology insertion still deals with process, infrastructure and
cost challenges. Therefore, several alternatives to photo-
lithography have been developed.

One of them, the Nanoimprint Lithography (NIL) provides a low-
cost solution of replication, with access to sub-50 nm
structures. Thanks to this technique, single step for 3D
patterning and beyond CMOS applications becomes promising
for features down to 50 nm. A second alternative lithography,
based on DNA nanostructures, offers periodical auto-
organization with a theoretical resolution of 2 nm DNA origami
shape, with the advantage to address complex patterns, by
adjusting critical dimension (CD) and pitch in the same origami.
However, the main limitation of DNA origamis is their
deterministic positioning on a substrate.

To overcome this major issue, nano-patterning hybrid process
has been developed by combining nanoimprint lithography and
self-assembly of DNA origami. Today, the key challenge is to
preserve post-lithography surface chemistry to allow
deterministic placement of DNA nanostructures on the
substrate.

Main Results

NIL process includes almost ten steps comprising five different
materials to obtain replication (Fig. 1). A crucial point to
guarantee correct replication is material selection.

Anti-stacking layers have been evaluated [1], where the
compatibility of this material with one of working stamps has
been demonstrated.

In parallel, a first demonstration of patterning capabilities by
using DNA origami as a lithographic mask process was
achieved [2]. To counter the random adsorption of DNA, a NIL
process has been developed (Fig. 2). The creation of a
chemical contrast HMDS/SIO. allows the specific DNA
placement on the desired binding sites. More precisely, SiO:

RELATED PUBLICATIONS:

[1] F. Delachat et al., Proc. SPIE, 10958, (2019), https://doi.org/10.1117/12.2515607
[2] R. Tiron et al., Proc. SPIE, 10958, (2019), https://doi.org/10.1117/12.2515811

exhibits DNA origami binding, whereas HMDS does not allow
DNA adsorption.

Anti Sticking Layer
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A soft stamp
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1- ASL coating 2- Assembly 3- UV curing 4- Demolding
soft stamp ./* v {L @ @ @
.
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Figure 1: SmartNIL process: manufacture of the working stamp
(steps 1 to 4) as a bilayer foil composed of a working stamp
material and a polymer foil coated with an acrylic glue, process
replication (steps 5 to 7) in the imprint resist with successive
lamination-curing-demolding steps

Origami
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3 ¢ DNA origamileposition
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e S, ¢ e |
C- DNAplacedinto specificpatterns
Figure 2: (A): Nano-patterning hybrid process scheme. (B) AFM
images of DNA randomly adsorbed on a substrate, and (C)
DNA deposited on NIL patterned substrate.

Perspectives

This first demonstration of DNA origami placement on a
substrate pre-patterned by NIL is very encouraging. The next
challenge will be to control more precisely their orientation on a
substrate by using high resolution NIL masters with patterns of
the size of DNA origami and functionalization of DNA origamis.
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———— Piezoelectric PZT Actuators on Glass
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Lead zirconate titanate (PZT) is today the most powerful piezoelectric material for micro-actuator applications.
However, its high crystallization temperature, around 700°C, makes its deposition on glass substrate very difficult.
We developed a 200 mm technological process that allows the transfer of film stacks from a silicon substrate to any
other substrate. It was used for transferring high quality sol-gel deposited PZT films from the silicon growth
substrate to glass. A unique haptic solution based on thin-film PZT actuators reported on glass substrate was then
developed. It enables textured surfaces to be felt, induced by ultrasonic vibration, playing with the variable friction
between a finger and the plate resonator. In addition, we managed to fabricate functional ITO/PZT/ITO transparent
capacitors on glass, thus opening the way to the integration of transparent piezoelectric MEMS on glass for haptics
devices or other functionalization of screens and windows.

Context and Challenges

With the emergence of haptic devices, there is a growing need
for piezoelectric transducer devices integrated on transparent
support. One great challenge is thus the integration of PZT, one
of the most suitable piezoelectric material for actuation on glass
for touch screen/panel as well as smart windows. However, due
to the relatively high crystallization temperature (700 °C), it is
practically impossible to grow high quality sol-gel PZT thin-films
on any type of glass substrate.

Main Results

At CEA-Leti, we developed a 200 mm technological process
that allows the transfer of film stacks from a silicon substrate to
any other substrate. It was used for transferring high quality sol-
gel deposited PZT films from silicon growth substrate to either
Si, glass or polymer. The transferred PZT film keeps its high
(100) texturation obtained during deposition, which is required
for optimal piezoelectric properties. Taking advantage of the
high piezoelectric coefficient of PZT actuators reported on
glass, we demonstrated low voltage and high performances
haptic interfaces [1]. The integration of PZT actuators on glass
substrate leads to a plate displacement amplitude multiplied by
more than a factor 7 compared to the displacement amplitude
induced by thin-film AIN actuators that are typically deposited
on glass substrates (Fig. 1).

o

pPzT

actuators actuators

Figure 1: Photograph of the haptic plate with either AIN or PZT
actuators, and measured maximum displacement amplitude,
function of the actuation voltage, for both deposited thin-film
AIN and reported thin-film PZT on glass devices.

RELATED PUBLICATIONS:

In a subsequent development, a PZT-based transparent stack
was reported on a glass substrate to form transparent
capacitors that could be used as actuators for haptic
applications [2]. Figure 2 shows a photograph of a transparent
PZT/ITO full sheet stack reported on a 200 mm glass substrate.
The multicolor logo is clearly visible through the entire wafer.
The transparency of the full stack was superior to 60% in the
visible range. Functional ITO/PZT/ITO capacitors on glass with
remarkable ferroelectric and piezoelectric properties were
successfully realized. This demonstrates that we can integrate
high quality PZT on both glass substrate and Si. Our
demonstration opens the way to the integration of transparent
piezoelectric actuators on glass for haptics.
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Figure 2: Photograph of a 200 mm Glass wafer with full sheet
PZT/ITO stack reported on it

Perspectives

Now we aim at realizing fully transparent haptic devices based
on thin-film PZT actuators reported on glass substrate. Other
developments of transparent piezoelectric actuators and
sensors are considered to functionalize screens and windows.

[1] F. Casset et al., IEEE MEMS (2019), https:/doi.org/10.1109/MEMSYS.2019.8870715

[2] G. Le Rhun et al., Transducers (2019) - EUROSENSORS XXXIIII, https://doi.org/10.1109/TRANSDUCERS.2019.8808241



https://doi.org/10.1109/MEMSYS.2019.8870715
https://doi.org/10.1109/TRANSDUCERS.2019.8808241

CEA-LETI SCIENTIFIC REPORT 2019 | SILICON TECNOLOGIES ANITOMPONENT

High-Frequency Lithium Niobate Film Bulk Acoustic Resonator
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X-cut and Y+163°-cut LiINbO3 Film Bulk Acoustic Resonators (FBAR) with patterned bottom electrodes and a
sacrificial layer cavity have been fabricated using a layer transfer process. Particularly, the Y+163° orientation
provides a single resonance at 2.2 GHz, with an effective electromechanical coupling factor (ki?) of 26 %. Thanks to
this single mode behavior and to the energy trapping induced by the heavy tungsten electrodes, the quality factor at
antiresonance (Qa) is increased up to 600. Moreover, a Temperature Coefficient of Frequency (TCF) of -i45
ppm/°C is obtained. This demonstrates a significant improvement towards introducing LiNbOs as an alternative to
AIN in Bulk Acoustic Wave (BAW) filters for the new generation of RF filters.

Context and Challenges

As the number of frequency bands is growing significantly with
the deployment of the 5th Generation of mobile applications
(5G), mobile communication systems require RF filters with
increasingly stringent performances in terms of frequency,
fractional bandwidth, temperature coefficient of frequency, skirt
steepness, insertion loss and compactness. As a key metric for
relative filter bandwidths, the electromechanical coupling factor
can be adjusted by the choice of the piezoelectric material used
to implement resonators and its crystal orientation (k2 ranging
from 5 % to 45 % for bulk waves). Single-crystal lithium niobate
(LINbO3) appears as an appealing candidate to replace AIN
and its derivatives (kt2 = 6.5 - 9 %) in Bulk Acoustic Wave
(BAW) resonators. As this material is difficult to grow as a
single crystal thin film by conventional deposition techniques,
film transfer approaches such as wafer bonding and
mechanical thinning or crystal ion slicing are privileged. Up to
now, only few reports dealt with the integration of single crystal
LiNbO3 films in BAW resonators.

Main Results

Sub-micron thick single crystal Film Bulk Acoustic Resonators
(FBAR) based on X-cut and Y+163°-cut LiNbOs with patterned
bottom electrodes (AISi and W) and a sacrificial layer cavity
have been fabricated using a layer transfer process [1]. Fig. 1

shows an optical microscope image of a fabricated resonator.
Releaséoles Cavity

Top electrode

NV

Bottom electrode

Fig. 1. Optical microscope photograph of a fabricated LiNbOs
resonator

RELATED PUBLICATIONS:

X-cut LiINbO3 FBAR displays resonance and antiresonance
frequencies of 2.42 and 2.99 GHz, respectively, leading to a
large electromechanical coupling factor of 39.2 %. The quality
factor at antiresonance is close to 250 (Fig. 2a). Nevertheless,
the existence of a second piezoelectrically active wave in X-cut
LiINbO3 leads to a strong parasitic located between resonance
and antiresonance [1].
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Fig. 2. Typical response of (a) X-cut and (b) Y+163°-cut ion-
sliced LiNbOs Film Bulk Acoustic resonator

On the contrary, the Y+163°-cut is known to support only one
piezoelectrically coupled shear wave and is expected to provide
less spurious resonances Indeed the admittance curve of the
Y+163°-cut LiNbOs FBAR reveals a stronger and cleaner
response, with resonance and antiresonance frequencies of
respectively 190 and 232 GHz, leading to an
electromechanical coupling factor of 26 % (Fig. 2b). Thanks to
this single mode behavior and to the energy trapping induced
by heavy tungsten electrodes, the quality factors are this time
evaluated to be 110 at resonance and 610 at antiresonance,
pushing the impedance ratio to around 60 dB [2]. Finally, the
temperature coefficient of frequencies of the series and the
parallel resonances are equal to -61 ppm/K and -45 ppm/K,
respectively, which is lower than the
-80 ppm/K of X-cut LiNbOs FBAR [1].

Perspectives

Future work will be devoted to further improve performance, in
terms of operation frequency, quality factor, spurious resonance
mitigation and temperature compensation.

[1] M. Gorisse et al, IEEE International Frequency Control Symposium & European Frequency Time Forum (2019).https://doi.org/10.1109/FCS.2019.8856017
[2] M. Bousquet et al, IEEE International Ultrasonics Symposium (2019). https://doi.org/10.1109/ULTSYM.2019.8925617
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——— Silicon-Integrated Photoacoustic Sub-ppm Gas Sensor
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Downsizing and compatibility with MEMS silicon foundries is an attractive path towards a large diffusion of

photoacoustic trace gas sensors.

For the first time, an on-chip integration of a photoacoustic detector was achieved. A 2.3 mm3 silicon cell with a
built-in piezoresistive pressure sensor has been designed. The components have been fabricated by

microfabrication on the CEA-LETI 200 mm silicon platform.

Coupled with a quantum cascade laser source, this trace gas detector was characterized. Based on a compilation
of experimental data, a sub-ppm limit of detection is demonstrated.

Context and Challenges

Integration on a silicon platform led to major successes in the
recent years in the domain of micro-electromechanical systems
(MEMS), enabling cost reduction and large-scale deployment.
The application of this strategy to photoacoustic (PA)-based
trace gas sensors aims at a widespread usage for indoor and
outdoor air quality measurement.

The scope of this paper is limited to the PA detection building
block. To overcome the fundamental restrictions that faces the
miniaturization of conventional photoacoustic detectors, we
propose an integrated PA cell, which includes its own dynamic
pressure sensor based on an innovative architecture.

Main Results

The PA detector consists in an illuminated chamber, separated
from a closed expansion volume by a channel where a
cantilever beam is placed. The beam in-plane motion produces
a longitudinal stress inside two suspended piezoresistive Si
nanogauges and is thus transduced into resistance variations;
the amplitude of these variations is related to the gas
concentration.

The PA detectors (Fig. 1) were fabricated in the CEA-Leti

200 mm silicon facilities using the so-cal | ed fl
technological process.

Figure 1: Photograph of a PA detector mounted on a printed
circuit board and placed in the optical test bench.

RELATED PUBLICATIONS:

Measurements were performed to assess the gas-sensing
capabilities of the device. A methane and nitrogen gas mixture
was injected through the fluidic port. The laser was wavelength-
modulated at the mechanical resonance frequency of the
cantilever beam and a 2-f detection scheme was performed to
read the photoacoustic signal. Allan deviation measurements
presented in Fig. 2 show that the long-term stability of the
instrumentation chain is good, reaching its optimal performance
fora54sint egration time. The coit
of detection (L OD ) s estimated to be 1.4 ppm. Similar
measurements carried out on the same devices with a quantum
cascade laser QCL tuned to the carbon dioxide absorption line
l ed t o af0.2ppdfbria 7 s integration time.
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Figure 2: Allan deviation plot measurement of methane in
nitrogen. The dashed line represents the fit by |T.

Perspectives
The ultimate goal is to develop a highly sensitive gas sensor
combining, on the same chip, a mid-infrared laser, a light
injection circuit, and this PA cell including an integrated
pressure sensor.

[1] H. Lhermet et al., IEEE Transducers, (2019), https://doi.org/10.1109/TRANSDUCERS.2019.8808295

[2] A. Gliere et al., International Journal of Thermophysics, (2019), https://doi.org/10.1007/s10765-019-2580-7
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A 3D Process for High Performance Capacitive Inertial Sensors
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A 3D process is proposed for inertial MEMS sensors where a thin layer allowing nanometric gaps for high-density
comb fingers is patterned below a thick seismic mass layer. The objective is to achieve high-performance in a
reduced footprint. This technology is compatible with surface-variation capacitive detection, enabling high dynamics.
An in-plane and an out-of-plane accelerometers have been designed, fabricated with this new 3D process and
tested under acceleration. Initial in-plane and out-of-plane devices demonstrate outstanding dynamic ranges for

open-loop operation, respectively 150d B/ a Hz

SCIENTIFIC COLLABORATIOKolitecnico di Milano, Italy

Context and Challenges

In most capacitive MEMS inertial sensors, the seismic mass

and sensing elements are patterned in the same silicon layer. A

thick layer increases seismic mass and decreases the

Brownian noise floor, whereas a thin layer enables smaller

gaps between electrodes and decreases electrical noise.

Our new technology overcomes this trade-off by providing two

layers, a thin one and a thick one. It enables submicronic comb

fingers and large mass on top of each other for small footprint.
Suspended electrode
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Fig. 1. Fabrication process flow

The fabrication process (fig. 1) starts with a doped substrate,
coveredbya2e m patt er ayerd7 eax iddoep eld
Silicon is grown to form the thin layer. This layer is double
masked (oxide and photoresist) to realize a twostep etching. It
enables partial etching of electrodes to obtain out-of-plane
surface varying comb-fingers. The wafer is reported on a holder
wafer, previously prepared for eutectic bonding on contact
points and cavities facing moving parts. The thick layer is
thinned down to a few 10's um and etched to form the proof
mass, the springs and the release holes. Finally, the device is
released by vapor-phase HF during a time-controlled etching.
This technology makes surface variation, intrinsically linear
regardless of polarization voltage or gap size, very attractive.

RELATED PUBLICATIONS:
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Main results

A first run has been successfully processed and delivered
functional devices. Figure 2 shows the thin layer side of- 0.24
mm?2 in plane, and 0.12 mm? out--of--plane accelerometers.

Moving grid
Fix grid

Figure 2: SEM images of the thin layer of a device
These devices present a 150 dB and a 138 dB dynamic (on 1
Hz) respectively, exceptional performance for open loop
readout accelerometers. The in-plane accelerometers combines
multiple advantages:

V High linearity due to surface variation (full scale = 190 g).

V High sensitivity due to 500 nm gap comb fingers (5.3 fF/g).

V Low Brownian noise due to 100 um thick mass (7 pg/aHz).
Moreover, the 4.8 kHz resonant frequency provides a large
bandwidth and high stiffness prevents sticking.
The out-of-plane accelerometer performances are impacted by
the 10 kHz resonant frequency, resulting from trade-offs
required for this first debug process. In spite of this, the
accelerometers presents a sensitivity of 0.74 fF/g, a Brownian
noise of 27 pg/aHz and a full scale range higher than 400 g.

Perspectives

The tuning of the out-of-plane accelerometer design should
enable the same performances on the three axis.

It will be also interesting to use this technology for gyroscopes.

[1] F. Maspero et Al., IEEE 32nd International Conference on Micro Electro Mechanical Systems (MEMS), (2019), https://doi.org/10.1109/MEMSYS.2019.8870681
[2] F. Maspero et Al., IEEE Sensors Journal, (2020), https://doi.org/10.1109/JSEN.2019.2942797



https://doi.org/10.1109/MEMSYS.2019.8870681
https://doi.org/10.1109/JSEN.2019.2942797

CEA-LETI SCIENTIFIC REPORT 2019 | SILICON TECHNOLOGIES AND COMPONENTS

Towards Ultrasensitive and High Bandwidth Optomechanical AFM

Probes
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VLSI optomechanical micro-resonators offer a new way to address high resolution and high speed AFM Imaging.
Recent developments made by CEA-Leti and its partners in this field have implemented fully-optically operated
resonating optomechanical AFM tips above 100 MHz, 2 decades above the fastest commercial cantilever probes.
With Q-factors larger than 1000 in air, it offers large measurement bandwidths above 100 kHz. Low
thermomechanical noise provides an exquisite motion detection limit down to a few 10-16 m.Hz95. It allows very low
oscillation amplitudes down to a few tens of pm in operation, which is a prerequisite to probe molecular interaction
at such a scale. This performance, enabled by optomechanical transduction, paves the way for high-speed and
ultra-sensitive measurements in the field of molecular biophysics.

SCIENTIFIC COLBORATIONSLAAS, 2MPQ, ®IEMN, “VMicro

Context and Challenges

Atomic Force Microscopy (AFM) is a versatile technique based
on a resonating tip that interacts with a sample surface to probe
its topography and its mechanical properties. Next-generation
investigations in  molecular  biophysics like protein
folding/unfolding, receptor-ligand interaction and molecular
diffusion on cell membrane require molecular forces to be
tracked at the nanosecond timescale in a non-perturbative
manner. Conventional AFM probes, based on micro-cantilevers
vibrating in the MHz range with nanometer amplitudes and
tracked by an optical deflection detection system, are the
current bottleneck to reach the required performances. A very
low and a non-perturbative vibration amplitude, a high time
resolution and measurement bandwidth, are all impacted by the
same chief parameter [1]: the resonance frequency of the
mechanical probe. While a higher frequency unlocks the
bandwidth and the time resolution, it also sets the Brownian
motion low enough to provide exquisite signal-to-noise ratio
and force resolution even for vibration amplitude in the
picometer range, i.e. much lower than the molecular
dimensions. Recent advances in optomechanical device
technology can tackle this challenge by offering resonators at
very high frequencies above the GHz range and motion
sensitivity below 1017 m.Hz 05,

Figure 1: SEM Image of an optomechanical AFM probe before
substrate etching below the tip area

RELATED PUBLICATIONS:
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Figure 2: Brownian motion of the optomechanical AFM probe
measured at 1 Hz bandwidth

Main Results

The probe, depicted in Fig. 1, consists of a suspended silicon
ring, on which a sharp tip has been clamped. The photonic
cavity is addressed by a silicon waveguide coupled with two
optical fibers to feed the device with a laser beam and a
photodiode. A dedicated etching process will provide an
overhanging tip outside the substrate, to allow the probe
approach to a sample surface. Approach retract experiments
have demonstrated the large bandwidth of the device required
to track fast biophysical phenomena [2]. Brownian motion has
been resolved down to a few 1016 m.Hz%5 (Fig. 2). It allows the
oscillation amplitude to be kept below tens of pm, well below
usual AFM probes (around 1 nm), while providing very high
signal-to-noise ratio, larger than 104, required for high resolution
measurements. Both aspects prove the capabilities to probe
molecular interactions at the close vicinity of a surface and at
very short time scales [2-3].

Perspectives

Optomechanical AFM probes are a promising tool to study
biological systems like proteins, viruses, etc. It provides a way
to push AFM Imaging to high-speed analysis of biological
properties of these species. In particular, ultra-fast force
spectroscopy is expected to deliver valuable information about
the relation between their conformation and their function.

[1] L. Schwab et al., International Conference on Quantum Metrology and Sensing, (2019), . https://tel.archives-ouvertes.fr/DRT/hal-02407634v1
[2] P.E. Allain, et al., Nanoscale (2020);12(5):2939-2945. https://doi.org/10.1039/CINRO9690F

[3] L. Schwab et al., IEEE MEMS, (2019),. https://doi.org/10.1109/MEMSYS.2019.8870718
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Biosensing with Graphene Transistors
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Graphene is the thinnest and strongest material, its ability to maintain high electrical conduction even under
important deformation makes it ideal for future wearable electronic devices. Its ultimate surface-to-volume ratio
makes it an ideal candidate for biosensing with charge detection. CEA-Leti has developed a unique fabrication
protocol to realize graphene transistors that, when operated in liqguid medium, become outstanding transducers of
charged biological molecules. We show here the proof of concept of graphene-based biosensing with the first

results of specific biological detection.

SCIENTIFIC COLLABORATIONEstitut Néel (CNRS, Grenoble), 2Cornell University (USA), 3Northwestern University (Chicago, IL,

USA)

Context and Challenges

An electrical biosensor involves the conjunction of two
elements: 1 - a device with electrical properties that can be
altered by the presence of charged molecules from a liquid
solution atop its surface, combined with 2- a layer of solidly
attached biological molecules to which the desired biological
target will bind. In the constant quest for more sensitive solid
state electrical biosensors, sensors made from silicon
transistors have been shrunk down to nanometre scale and
have reached outstanding sensitivities (down to pM range). Yet,
they still fail to withstand deformation and they are not adapted
to flexible electronic systems. Inversely, graphene, a one atom
thick layer of carbon atoms, can maintain outstanding electronic
conduction even when suffering high deformation. Graphene
has therefore been investigated in electronic-based charge
sensitive biological sensors. In particular, solution-gated
graphene field effect transistors have shown promising results.
In this configuration, a graphene channel connects a source
and a drain and its conductivity can be tuned by varying the
electrical potential applied to the liquid solution atop the
graphene layer. When properly functionalized with sensitive
biological molecules, this device can be used as a biological
sensor. Figure 1 shows the working principle of a SGFET
graphene biosensor principle. Adsorption of charged biological
molecules disrupts an electrical double layer present near the
graphene/liquid interface.

Metallic
contact

290nm Thermal
sio,

Figure 1: Schematic of a graphene solution-gated field effect
transistors zooming on: the electrical double layer and the
adsorption of biological molecules on a layer of biological
functionalization

RELATED PUBLICATIONS:
[1] A.Hugo et al, Graphene2019 (2019), June 25-28, Rome, Graphene 2019

[2] A. Hugo et al, (2019), October 20-25, Colombus (USA), AVS Symposium 2019

The detection is performed through a change of the SGFET
electrical properties.

Main Results

We have developed an original fabrication protocol for
graphene-based solution-gated FETs with very good yield. This
protocol also maintains optimal graphene surface cleanliness
even on large graphene area, enabling large capture area
sensors. Figure 2.a. shows a graphene device between source
and drain gold contacts. Electrical performances of our devices
match state-of-the-art devices. We have then implemented an
innovative functionalization protocol with the help of Professor
William Dichtel of Northwestern University and we have been
able to record specific adsorption of protein target on our
sensors (Fig 2.b).
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Figure 2: (a) Micrograph of a graphene SGFET sensor between
two gold contacts (b) Electrical conduction properties of the
SGFET after different adsorption of charged molecule and
detection of target

Perspectives

We are now seeking to integrate multiple sensors on the same
chip to multiplex biological detection; we intend as well to
transfer our fabrication protocol to other substrates. We have
achieved fabrication on glass and silicon and are currently
pursuing fabrication on polyethylene flexible substrates.


http://phantomsfoundation.com/GRAPHENECONF/2019/Abstracts/Grapheneconf2019_HUGO_Adrien_117.pdf
https://www2.avs.org/symposium2019/ProgramBooks/ProgramBook_Complete.pdf
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First MEMS Microphone Based on
Capacitive Transduction in Vacuum

RESEARCH TOPIC: AUTHORS:
MEMS - Microphone - capacitive detection S. Dagher, A. Berthelot, C. Ladner, F. Souchon, L. Joet, (S.
Durand)*

This innovative technology enables the realization of microphones composed of a pressure-harvesting rigid piston
in air, mechanically linked through an airtight hinge to a capacitive transducer enclosed in a vacuum cavity. In
theory, this separation should lead to very low acoustical and mechanical noises, thereby increasing the overall
microphone performance (estimated SNR>75 dB(A)). First wafer-level tests give a clear proof-of-concept of this

new microphone design, with a resonance frequency of 19 kHz and a measured sensitivity of 6 fF/Pa.

SCIENTIFIC COLLABORATIONSaboratoire Laboratoire d'Acoustique de I'Université du Mans

Context and Challenges

Increasing demand for ever-higher performance has pushed
the current simple condenser design of MEMS microphones to
its limits. Increasing the performance is only possible at the cost
of a larger chip and back-volume (BV) size.

In fact, performing the capacitive transduction in air leads to
unavoidable squeeze film damping and acoustical resistance
between the deformable membrane and the backplate, which is
the dominant noise source in these microphones (Fig. 1).
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Figure 1: Current MEMS microphones condenser design
/ proposed air-to-vacuum transmission design

This innovative technology consists in splitting the microphone
into a pressure harvesting membrane in air linked to a
capacitive transducer sitting in vacuum. An airtight mechanical
hinge, able to transfer a displacement from one atmosphere to
the other, ensures the connection between the two parts (Fig.
1.). By removing the backplate, this method drastically reduces
viscous damping effects, thereby increasing overall microphone
performance.

Main Results

A first device based on this technology has been designed (Fig.
2). At the center, a light and rigid piston sits on top of a BV and
moves out-of-plane under an incoming pressure difference.
Four airtight hinges, mechanically linked to the piston, transmit
its movement to two lateral electrodes enclosed in separate
vacuum cavities.

Sitting on opposite sides, the electrodes move in the opposite
direction of the piston between top and bottom electrodes.

RELATED PUBLICATIONS:

Axis of Symmetry

Figure 2: FEM simulation of structure half

A first run has been successfully processed and delivered
functional devices (Fig. 3).
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Figure 3: Optical microscopy images of the airside of the
microphone (a)
and of an uncapped electrode (b)

Preliminary tests have been performed at wafer level. By using
acoustical or electrical actuation, optical and electrical detection,
they have proven:
V  Correct operation of the hinges, establishing the link
between the electrodes and the piston.

V  Expected out-of-plane translation of the piston.

V 19 kHz resonance frequency

V  Expected 6+0.5 fF/Pa sensitivity
Perspectives

Dicing and die level tests are the next steps, to confirm the
expected good performance. at the same time, the process flow
is fine-tuned to reduce its cost by 50 %.

It would be interesting to use this technology on absolute and
relative pressure sensors.

[1] S. Dagher et al, IEEE TRANSDUCERS & EUROSENSORS XXXIII, (2019), https://doi.org/10.1109/TRANSDUCERS.2019.8808741

[2] S. Dagher et al, IEEE MEMS (2020),10.1109/MEMS46641.2020.9056307
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Near-Zero Energy Computing Based On Contactless MEMS

RESEARCH TOPIC:

Electromechanical computing, ultra-low-power computation,
capacitive adiabatic logic, energy-recovery computation, MEMS

AUTHORS:

G. Pillonnet, H. Fanet, L. Hutin, Y. Perrin, A. Galisultanov,
(P. Basset)!

To overcome the inherent trade-off between leakage and conduction losses in transistor-based computing circuits,
we have currently studied a novel computing solution mixing controlled slew-rate logic switching, logic-energy
recovery and inherent zero-leakage operation. We have reported a hardware implementation based on gap closing
and comb-drive MEMS. This logic paradigm avoids any mechanical contact, thus dramatically improves the main
limitation of other MEMS-based logic systems. In 2019, we have published the gap-closing MEMS topology and
associated model to predict the scaling performance (speed, surface, energy). We have also reported the fringing
effect of symmetrical comb-drive actuators on the non-adiabatic loss i.e. the minimal achievable energy by these

devices.

SCIENTIFIC COLLABORATIONESYCOM (ESIEE Paris)

Context and Challenges

Considerable efforts have been devoted to the design of low-
power digital electronics. However, after decades of
improvements and maturation, CMOS technology could face a
power efficiency ceiling. This is due to the trade-off between
leakage and conduction losses inherent to the limited
subthreshold slope of any semiconductor junction e.g. FET.
Consequently, the lowest dissipation per operation (~10's aJ)
remains nowadays a few decades higher than the noise floor
(100KeT) and the theoreti car300H).
CMOS scaling, better electrostatic gate control (FinFET,
FDSOI é) or alternative -FFEETE)
not drastically change this previous statement. It is therefore
clear that there is room for new devices eventually based on
new logic operation concepts to dramatically reduce the power
dissipation of digital operations.

On the logic operation side, energy-recovery computation (also
called adiabatic) is a good candidate for reducing the dynamic
losses due to charge-based information coding. But adiabatic
operation reduces operating frequency, thus exacerbating the
inherent leakage loss of FET devices. Consequently, we
propose new Boolean systems with contactless logical
operations called CAL. The contactless property eliminates the
leakage loss, breaking the previously mentioned trade-off to
efficiently work in adiabatic style.

Main Results

Papers [1] and [2] report the design, energy analysis and logic
functionality of four-terminal variable capacitors based on
silicon nano/micro technologies and intended to achieve
adiabatic logic functions with a better efficiency than by using
field effect transistors (FET). By removing any mechanical
contact, we have solved the inherent reliability problem of
microrelays to allow billions of billions of logic operations over
the lifetime of the future MEMS-based processors.

The proposed MEMS device consists of two capacitors
mechanically coupled and electrically isolated, where a comb-
drive input capacitor controls a gap-closing capacitor at the

RELATED PUBLICATIONS:

output (Fig. 1). To fully implement the adiabatic combinational
logic, we propose two types of variable capacitors: a positive
variable capacitor (PVC) where the output capacitance value
increases with the input voltage, and a negative variable
capacitance (NVC).

Mechanical
connection
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Figure 1: 4-terminal MEMS mixing gap-closing and comb-drive
actuation as an elementary element of the CAL logic

A compact and accurate electromechanical model has been
developed. The electromechanical simulations demonstrate
high logic states differentiation larger than 50 % of the full-scale
input signal and cascability of both buffers and inverters. Based
on the presented analysis, 89% of the total injected energy in
the device can be recovered, the remaining energy being
dissipated through mechanical damping (0.9 fJ).
Perspectives

We are currently studying parallel-plate MEMS operated in a
liquid dielectric to reduce the gate sizing and increase the
operating frequency. We are also considering non-MEMS
devices to implement the CAL.

[1] H. Samaali et al., Nano Energy, (2019), https://doi.org/10.1016/j.nanoen.2018.10.059

[2] A. Galisultanov et al., Journal of Physics: Conference Series, (2019), https://doi.org/10.1088/1742-6596/1407/1/012087
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Advanced AIN and InAINBarriers in GaN Based Hetero Structures
for High Electron Mobility Transistor (HEMT) Devices

RESEARCH TOPIC:
Development of nitride barrier layers with lower sheet resistance
to improve power and RF transistor performance

AUTHORS:

M. Charles, M. Mrad, J. Kanyandekwe, R. Bouveyron, Y. Mazel,
E. Nolot, P. Ferret, M. Veillerot, Y. Baines, J. Richy, S. Favier, C.
Leroux, D. Blachier, J-P. Barnes, C. Weise, G. Feuillet

Typical power or RF transistors for HEMT devices use AlGaN barriers on GaN channel layers. However, with this
alloy it is difficult to achieve sheet resistance values much below 300 Ohm/sg. In this work, we have developed both
InAIN and AIN barrier layers in order to achieve lower values, and so to enable higher performance transistors. For
InAIN, we have managed to eliminate the known problem of gallium pollution, using regrowth, gas flow and
hardware modifications. We now have excellent control of InAIN layers, leading to sheet resistance values below

200 Ohm/sg.

AIN layers were found to be very sensitive to thickness and growth conditions, but despite these difficulties we
achieved sheet resistance values approaching the best seen for AlGaN barriers.

Context and Challenges

For both RF and power applications, there is a desire to reduce
the sheet resistance of the layers to lower the device
resistance, and to improve high frequency operation. AlGaN
layers are typically used for these devices, but it is difficult to
achieve values much below 300 Ohm/sq with this material.
LET! has therefore developed both AIN and InAIN layers, which
should allow values below 200 Ohm/sg.

Main Results
Previous studies of InAIN barriers have shown that for
AIXTRON close coupled showerhead growth chambers, as
shown in Fig.1, gallium is unintentionally integrated into the
InAIN layers. This has the effect of reducing the performance of
the layers, and making their control more difficuit.
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Figure 1: (a) AIXTRON growth tool, (b) showing showerhead
with shield, (c) wafer on chuck

Having demonstrated (see 2016 scientific report) a link
between gallium pollution and the indium precursor flow, we
showed that by using regrowth after chamber cleaning, we
could produce InAIN layers without gallium contamination [1].
We also showed that the pollution depends additionally on the
quantity of gallium deposited in the chamber. Although these
InAIN layers were gallium free, their electrical properties were
impacted by the regrowth interface.

We hypothesised that the gallium pollution was coming from

RELATED PUBLICATIONS:

metallic gallium condensing on the shield on the showerhead,
and so to avoid it, we looked at ways to heat the shield. By
changing the main gas flow (from Hz to N2) and also by
modifying the hardware, we managed to increase the shield
temperature from 185°C to over 300°C. This resulted in a
significant decrease in gallium pollution from 20% to less than
2%, as seen in Fig.2 [2].

é A << 0.5mm gap, using H2
A << 0.5mm gap, using N2
@ Varied showerhead-shield gap, using H2
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Figure 2: Strong reduction in gallium pollution using higher
temperature showerhead shield and N> or H> carrier gas

In parallel, work on AIN barrier layers showed that they are very
sensitive to thickness and to growth conditions, and it is
suspected that this is also linked to gallium incorporation in the
layers. It was, however, very difficult to prove this as small
guantities of gallium are very difficult to detect in 3 nm thick AIN
layers on GaN. Despite these difficulties, we achieved state of
the art sheet resistance values <330 Ohm/sq.[3]

Perspectives

Having achieved very low or no gallium pollution in InAIN layers
grown in a showerhead reactor, shown for the first time
worldwide at LETI, we can now correctly control these layers.
Along with the understanding of AIN barrier layers, we are now
well positioned to achieve very low resistance layers, with our
current unpublished values below 180 Ohm/sg.

[1] M. Mrad et al., Journal of Crystal Growth, (2019), https://doi.org/10.1016/j.jcrysgro.2018.10.039

[2] M. Mrad et al., Applied Physics Express, (2019),https://doi.orq/10.7567/1882-0786/ab0bbb

[3] J. Kanyandekwe et al., Journal of Crystal Growth, (2019), https://doi.org/10.1016/j.jcrysgro.2019.03.007
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TCAD to Support Threshold Voltage Instabilities in GaN-on-Si &

mode MOSeHEMT

RESEARCH TOPIC:
GaN-on-Si, MOS channel HEMT, TCAD, GaN HEMTs, nBTI,
pBTI

AUTHORS:
M.-A. Jaud, W. Vandendaele, A. Viey, R. Gwoziecki,
(F. Lucolano)?, (G. Meneghesso)?,(G. Ghibaudo)®

Leti and STMicroelectronics are cooperating to develop and industrialize advanced GaN-on-Silicon diode and
transistor technologies for low loss power switching. In this context, transistor threshold voltage (Vth) instabilities are
a great concern since they are known to severely affect the dynamic performance of the transistor during operation.
This year we have investigated these instabilities by using ultra-fast negative and positive Bias Temperature
Instabiliies (nBTI & pBTI) supported by TCAD simulations on MOS-channel HEMT devices. This advanced
characterization/TCAD simulations coupling allowed us to clarify the nBTI and pBTI transients as a function of the

gate length and the stress conditions.

SCIENTIFIC COLLABORATIONSTMicroelectronics, 2Padova University, $IMEP-LAHC

Context and Challenges

GaN-on-Silicon HEMT technologies draw significant attention
for medium power applications (650V and below) due to GaN
high breakdown electric field and transport properties such as
mobility and saturation velocity compared to SiC technologies.
Specifically, to limit power loss during switching and to simplify
circuit configuration, normally-off devices, such as MOSc-
HEMT architecture, are required for power switching
applications. However, recent n/pBTl on E-mode pGaN gate
HEMTs or on MIS gate configuration start to show significant
Vth instabilities, which would severely affect the dynamic
performance of the transistors during operation. Consequently,
Vth instabilities of our transistors have been characterized
through ultrafast Vth Measurement Stress Measurement
(MSM) sequences, also called ultrafast BTI, as well as through
TCAD simulations to support experimental interpretations.

Main Results

TCAD simulations are of great interest for in-depth
understanding of experimental results especially when 2D and
coupling effects become predominant as it is the case for a full
gate recess MOSc-HEMT with specific epitaxy stack
embedding a back barrier. We demonstrate experimentally that,
contrary to pBTI, nBTI transients exhibit a dependence with
gate length and stress voltage (Fig. 1) [1].
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For pBTI, electric field distributions obtained by TCAD
simulations show the same electric field whatever the gate
length and the stress voltage, which is in accordance with
experimental measurements. On the contrary, electric field
modulus in the case of nBTI is complex because it depends on
gate length and evolves differently in the gate corners or in the
bottom of the gate as a function of stress voltage (Fig. 2) [1].
Consistent analysis of these 2-dimensionnal electric field
distributions coupled with experimental nBTIl allow us to
propose a model for Vth instabilities for fully recessed gate as
detailed on Fig. 1.
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Figure 2: TCAD electric field modulus distribution of the gate for
Le=0.25um and 1lum at Ve=0,-3 and -5V. This illustrates a
reverse evolution of the electric field as a function of stress
voltage for Lc=0.25um and Le=1um

Perspectives

TCAD simulation is a strong asset to support electrical
characterization and to confirm hypothesis but also to precisely
understand device operation [2], mechanisms and phenomena.
At LETI, TCAD intensively support GaN-on-Silicon power
device developments. To improve Vth instabilities and also
reduce current collapse as well as current in the OFF state, it is
crucial to understand vertical leakage currents and trapping
effects in GaN substrates on Si. In close collaboration with the
electrical characterization team, we plan to use simulation to
model these effects with the aim to reduce device instabilities.

[1] A. G. Viey et al., IEEE IRPS conference, (2019), https://doi.org/10.1109/IRPS.2019.8720554

[2] A. G. Viey et al., IEEE IEDM, (2019), https://doi.org/10.1109/IEDM19573.2019.8993588
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Traveling Wave Piezoelectric Transformers for AC-AC Power

Converters Integration

RESEARCH TOPIC:
Piezoelectric transformers, power converters, traveling wave
transformers.

AUTHORS:
G. Pillonnet, (T. Martinez, F. Costa, D. Vasic)*

We propose a new working principle to enhance the piezoelectric transformer inherent properties in AC-AC power
converters. Instead of using standing waves to electromechanically transfer the energy from the primary to the
secondary side, a traveling mechanical wave is generated from multiple piezoelectric primary electrodes then
transduces into multiple phase-shifted electrical signals in the secondary side. This concept allows a new type of
cycloconverters i.e. the generation of isolated output AC signal directly from AC sources without rectification. As no
DC-AC conversion in the power path is needed, the power efficiency, bill of material and footprint can be reduced.
The results pave the way to a seamless integration of power converters on silicon without magnetic material.

SCIENTIFIC COLLABORATIONSboratoire SATIE, ENS Paris-Saclay

Context and Challenges

The use of piezoelectric transformers in large applications,
despite being explored during the 1 9 5 Oifcseased in the
beginningofthe 1 9906s for applicati
screens, especially the Rosen-type piezoelectric transformer. In
addition to their high voltage gain and compactness, the
piezoelectric transformers present high power density, high
efficiency due to their high quality factor, strong galvanic
isolation and low electro-magnetic emissions compared to
magnetic transformers. Nowadays, their inherent advantages
find a new interest in the isolated gate-driving circuit, resonant
DC-DC converters, ozone generation for medical and sanitary
applications, plasma generation, in space applications or for
start-up and impedance matching in harvesting applications.

In all aforementioned cases, piezoelectric transformers always
work following the same principle: a generated standing wave
from primary side is exploited to produce a single electrical
signal in secondary side as the magnetic transformers operate.
Contrary to magnetic one, the mechanical wavelength permits
to catch the wave at different phases with multiple electrode
configurations. The combination of the generated multiple
signals allows a direct AC-AC conversion. To ensure this
operation mode, a travelling wave has to be generated instead
of a standing wave in the piezoelectric transformer, leading to
the objective of this work.

Main Results

We propose a new working principle for piezoelectric
transformers where longitudinal or flexural traveling waves are
generated. This traveling wave piezoelectric transformer
(TWPT) allows the creation of a multiphase system of voltages
at the secondary side that would enable different power
conversions: multi-phased rectification or DC to AC conversion
with variable frequency. In the prototype presented in fig.1, the
TWPT consists in a hollow thin cylinder with a particular
electrode scheme using longitudinal waves. We proposed an
analytical and black box modelling of the piezoelectric
transformer based on the representation of the system by an

RELATED PUBLICATIONS:

admittance matrix characterizing the coupling between
electrodes. This modelling allows to obtain electrical quantities
based on material and geometrical properties of the TWPT.

Figure 1: Multiple input/output electrodes in a cylinder geometry
for longitudinal travelling wave and prototype [1]

Experimental validation is done on a TWPT based on a hollow
thin cylinder with 12 electrodes. In this particular configuration,
the proposed transformer can output a four-phase system. For
input amplitude of 30 V, the TWPT delivers 6.5 W output power
and reaches 90% efficiency for a cylinder of 20 mm radius, 1
mm thickness and 10 mm depth. This first prototype to validate
the concept offers 0.52W/mm?3 power density. The simulation on
the scaling effect shows a promising 5.4W/mm3 for 1.22cm?
with manageable thermal considerations. The experimental
data also validates the proposed modelling. We have now a
simulation platform [1-3] to explore various geometry flavors.
We have also validated the TWPT in a cycloconverter topology
to generate various kHz output signals from 100kHz AC input
with an open-loop control supervisor. We have also validated
the TWPT principle using flexural travelling wave with a ring
structure. This TWPT delivers 5.5mW in a 500um thickness [2].

Perspectives

These first results validate the new working principle proposed
by our team in collaboration with the SATIE research laboratory.
The next step is to develop an integrated version of TWPT in
our cleanroom. The expected higher resonant frequency allows
to increase the operating frequency thus the power density and
thickness to address point-of-load applications.

[1] T. Martinez, et al., Sensors and Actuators, A: Physical, (2019), https://doi.org/10.1016/j.sna.2019.04.014

[2] T. Martinez, et al., Smart Materials and Structures, (2019), https://doi.org/10.1088/1361-665X/ab1945

[3] T. Martinez, et al., Proc. SPIE, vol. 10967, (2019), https://doi.org/10.1117/12.2514448
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Frequency and DamloingAd'ustments of Electromechanical

Resonators by the E
Piezoelectric Coupling

RESEARCH TOPIC:
Electromechanical coupling, piezoelectric generator, energy
harvesting, integrated circuits.

ectrical Interface: Exploiting the

AUTHORS:
A. Morel, G. Pillonnet, A. Quelen, P. Gasnier, S. Boisseau, G.
Despesse, (A. Badel)!, (E. Lefeuvre)?

One of the main challenges in energy harvesting from ambient vibrations is to find efficient ways to scavenge the
energy, not only at the mechanical system resonance but also over a wider frequency band. Instead of tuning the
mechanical part of the system, as usually proposed in the state of the art, we have developed extensively the
possibility to tune the properties of the harvester using the electrical interface. Due to the progress in materials,
piezoelectric harvesters can exhibit relatively high electromechanical coupling: hence, the electrical part can now
have a substantial influence on the global parameters of the piezoelectric system. We have developed various
harvesting strategies by introducing controlled energy transfers from mechanical, piezoelectric and electrical parts.

SCIENTIFIC COLLABORATIOMSYMME (Univ. Savoie Mont-Blanc), 2IEF (Univ. Paris Sud)

Context and Challenges

The energy harvesting system from ambient vibrations suffers
from low immunity against electromechanical transductor shifts
(aging, temperature, process) or slight stimuli frequency
variations, limiting the widespread deployment of vibration
energy scavenging systems. To overcome their inherent low
robustness, we propose to tune the damping and stiffness
induced by the electrical interface through the
electromechanical piezoelectric coupling. In the last decade,
emerging high-coupling piezoelectric materials leveraged by
adequate mechanical designs offer higher electromechanical
coupling while maintaining high quality factor. Therefore, a
system-level approach associating the resonator and electronic
interface offers a room to enhance the frequency bandwidth
where energy harvesters efficiently transduce various vibrations
in a compact volume.

Main Results

Our paper [1] introduces a new strategy called SC-SECE to
induce efficiently a shift of resonator dynamic based on
piezoelectric coupling. By controlling the energy-harvesting
phase, the electrical interface impacts on the equivalent
stiffness and damping of the structure. We analyze and
analytically derive the influences of electrical tunable
parameters (here, the short circuit duration and the initial
phase) on the harvester dynamics, and prove that they both
affect the damping induced by the electrical interface on the
mechanical resonator and its resonant frequency (Fig.1).
Thereafter, we numerically evaluate the SC-SECE
performances as a function of the intrinsic harvester's
characteristics. We expose that if the coupling and/or
mechanical quality factor of the harvester are important
enough, the SC-SECE leads to enhanced power frequency
responses compared to prior art. Experimental results on a high
coupling PEH associated with the SC-SECE strategy have
been obtained and are in good agreement with the analytical
predictions. Under various vibrations amplitudes, the
harvester's resonant frequency has been tuned on a frequency

RELATED PUBLICATIONS:

range as large as 35% of its natural resonant frequency. We
have been able to harvest 1
frequencies ranging from 90 to 140 Hz, under an external
acceleration of 0.2 G.
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Figure 1: Test bench including piezoelectric resonator and
electrical interface and comparison to prior art

In [2], we present an analytical analysis of the influences of the
resistive and reactive behavior of the electrical interface on
highly coupled piezoelectric harvesters. We develop a
normalized study of the multiphysics interactions, reducing the
number of parameters of the problem to a few physically
meaningful variables.

In [3], we propose another strategy called Tunable Hybrid SSHI.
This strategy combines features of the two existing SSHI
techniques. We prove analytically and numerically that with a
fine combination of those two strategies, the harvesting
bandwidth can be sensibly increased. Associated with a high
coupling harvester, the harvesting bandwidth is 3 times larger
compared to the series and parallel SSHI.

Perspectives

The next step is to integrate these harvesting strategies into
integrated circuits to allow self-powered operation even at low
acceleration level. The technique could be also applied to other
electromechanical transductions such as electrostatic or
electromagnetic coupling. Other applications could benefit from
the tunable frequency e.q. wireless eneray transfer or NNMEMS-

[1] A. Morel et al., Smart Materials and Structures, (2019), https://iopscience.iop.org/article/10.1088/1361-665X/aaf0ea

[2] A. Morel et al., Journal of Intelligent Material Systems and Structures, (2019), 10.1177/1045389X18810802
[3] A. Morel et al., Journal of Physics Conference Series, (2019), 10.1088/1742-6596/1407/1/012060
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Millimeter Scale Thin Film Batteries to Power up Extended
Applications
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LETI's work on miniaturized energy-storage involves optimization of numerous elements in order to improve
performance. Last year we developed a high energy-density millimeter-Scale thin film battery integrating 20 € r
thick LiCoOz cathode in a Li-free anodec onf i gur at i on. We demonstrate ah?
the highest reported so far for such devices. Furthermore, we show that the new thin film battery architecture
exhibits high power density, reaching capacitesas hi gh as "24rkdér 3nsAXim’' 2 aumment density. Based
on these superior properties, our TFBs show strong potential to be utilized as integrated energy storage units in
various emerging applications, in particular for the medical field.

Context and Challenges :
The sustained miniaturization of electronics has emphasized a.
the need for highly integrated electrochemical energy storage. !
Energy storage at the point of load can reduce energy
dissipated from power loss and I/O switching noise that can
plague sensitive devices while enabling unique form factors.
Thin film batteries provide some of the highest energy densities

of electrochemical energy storage devices but the inability to
increase the electrodes thicknesses and control the geometry

on the micrometer scale has thus far hindered their effective
areal energy density and integration in miniaturized devices.

Main Results : b.
For the first time, we experimentally demonstrated thin film |
batteries (TFBs) with very high electrochemical energy density

f=@= Thi k
storage of 0.89 mAh.cm'? at the device level. The 3.1x1.7 mm? —o— [eéoé".‘éi
TFB (Fig. 1.a) of 95 em total thickness shows a discharge - {gFN” ——

\ . . . ymbet] \
capacity of 25 ¢ Ah and maintains 60% of this value at 0.25mA. [ORNL] e~
Upon cycling, TFBs exhibit excellent capacity retention, with an {f; o o~
average loss of 0.05% per cycle. Furthermore, Results at 37°C po-Saso—a, [~

exhibit almost similar performance, thus highlighting the great
potential of these TFBs as integrated energy storage solution in

particular for medical implantable, injectable and wearable ! 5 ‘
solutions. 5 0t 100 100 107 10° 100 10°

These results are explained by both a high lithium ion diffusion | power density (LW.cm™2)

coefficient in LiCoO, measured around 5.10'° cm2.s'! and a Figure 1: (a) photograph of a realized 3.1x1.7 mm? single
high LiPON ionic conductivity of 3.10'¢ S.cm'. It is expected device, (b) Ragone plot summarizing the study. To our

that lowering the LIPON thickness3e m f or t hi s knowledge, the developed TFBs exhibit the highest energy and
for a further decrease of total internal resistance and power densities, in comparison to results from literature

consequently a higher rate capability.

energy density (uUWh.cm)
=
o

As compared with TFBs in the literature (Fig. 1.b), our devices
exhibit the best performances. In addition, our TFBs show very
good cycling behavior over 100 cycles, with an average
capacity loss of 0.05% per cycle.

The fabrication process developed within this context is viable
for industrial large-scale production and allows easy control and
fine-tuning of the device electrochemical properties.

RELATEDPUBLICATIONS:

(Cymbet, ST, Google and ORNL)

Perspectives

The versatility of our TFB device architecture opens
opportunities for further development such as stacking multiple
devices, miniaturization, or exploring the implementation on
ultrathin and flexible substrates.

[1] S. Oukassi et al., 2019 IEDM, (2019), https://doi.org/10.1109/IEDM19573.2019.8993483

[2] M. Lee, Nature Electronics, vol. 2, no 12, ( 2019), https://doi.org/10.1038/s41928-019-0346-7
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Epitaxy of GeSnfor Field Effect Transistors
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Alloying Ge, an indirect bandgap semiconductor, with Sn, a semi-metal which also belongs to column IV of the
periodic table, is very attractive for nanoelectronics and photonics. Compressive strain in pseudomorphic GeSn
layers (grown on Ge) indeed yields higher hole mobility in p-type Metal Oxide Semiconductor Field Effect
Transistors. Their reduced bandgap compared to bulk Ge results in lower operating voltages. CEA-Leti has
explored, together with LTM, various surface preparations and interfacial layers to improve the electrical
performance of high-K/metal gate pMOS capacitors on GeSn. CEA-Leti has also provided tailored-made Ge:B / Ge
| Geo.92Sno.os Stacks on top of Ge strain relaxed buffers to FZJ for use as the core of vertical Nanowire pFETS.

SCIENTIFIC COLLABORATIONSEM-CNRS, 2Forschungs Zentrum Juelich (FZJ)

Context and Challenges

Alloying germanium, an indirect bandgap semiconductor (Eq =
0.74 eV), with Sn, a semimetal (Ey = 0 €V), is most interesting
for a variety of reasons. Hole mobility is indeed higher in
compressively-strained GeSn layers (grown on Ge) than in bulk
Ge. Electron mobility is otherwise expected to be high when
exceeding the Sn concentration above which GeSn becomes a
direct bandgap semiconductor (~ 8% Sn without strain). CEA-
CEA-Leti has acquired since 2016 a solid expertise on the low
temperature epitaxy of complex Ge/GeSn stacks on 200 mm
wafers. Such growth is far from trivial because of the huge
lattice mismatch between Ge and Sn (5.66 A <=> 6.49 A) and
Sn precipitation / surface segregation. This knowhow has been
used to explore, together with LTM and FZJ, (i) various
schemes to passivate GeSn surfaces prior to the deposition of
high-K dielectrics and (i) the interest of using Ge / GeSn stacks
to fabricate vertical p-type Field Effect Transistors (pFETS).

Main Results

We have investigated with LTM the impact of different wet
treatments on the electrical performances of GeosSno.1 / Al203 /
Ti / Au p-type Metal Oxide Semiconductor (MOS) capacitors. A
high quality interface was obtained when the Geo9Sno.1 surface
was cleaned by HF then (NH4).S. There was notably a lack of
Sn or Ge diffusion into the Al.Os | ay er . Capac
characteristics combined with a custom-analytical model
yielded a low interface trap density (Di) of 9x10'! cm? eV1 st
(Fig. 1) [1]. The impact of interfacial layers on the electrical
performances of GeosSno1 / HfO2 / Ti / Au [Ti /| HfO, p-MOS
capacitors was also assessed. Plasma oxidized GeSn
(GeSn0Oy) interfacial layers yielded Dy as low as 5x10'* cm? eV-
1s1)2].

We have also provided tailored-made Ge:B / Ge / Ge or
Geo.92Sho.os stacks on top of Ge strain relaxed buffers to FZJ for
use as the core of vertical NanoWire pFETs (Fig. 2). Ge NW
pFETs exhibited a low Sub-threshold Slope of 66 mV/dec, a
small Drain Induced Barrier Lowering of 35 mV/V and a high
lon/lose ratio of 3x10°. Adopting Geos:Snoes as the source

RELATED PUBLICATIONS:

yielded even better electrical performances, with notably a
~32% lon enhancement over Ge control devices [3-4].
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Figure 1: Stacks used to probe with C-V measurements,
various GeSn passivation schemes prior to high-K deposition.

TiN/ALO,/GeO,

Figure 2: Schematics of the vertical pFET devices fabricated
with Ge:B/Ge/GeSn stacks.

Perspectives

LTM is using the know-how acquired on MOS capacitors to
fabricate GeSn stacked NW and Nano-Sheet devices, while
FZJ is exploring Equivalent Oxide Thickness scaling as a mean
to further boost the performances of their NW transistors. Both
entities are taking advantage of the expertise CEA-Leti has
acquired on the low temperature epitaxy of complex Ge/GeSn
stacks.

[1] M.A. Mahjoub et al., ACS Applied Electronics Materials 1, 260 (2019). https://doi.org/10.1021/acsaelm.8b00099.

[2] T. Haffner et al., Applied Physics Letters 115, 171601 (2019). https://doi.org/10.1063/1.5121474
[3] M. Liu et al., Solid State Electronics (2019). https://doi.org/10.1016/j.sse.2019.107716
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Contact Technology on GeSn and ItV Semiconductors
for Optoelectronics
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Ohmic contacts on semiconductors such as GeSn and llI-V (n-InP and p-InGaAs, in particular) are mandatory for
the fabrication of performant optoelectronics devices on 200 and 300 mm Si-platforms. CEA-Leti has thus
developed an innovative contact technology fully compatible with a Si fabrication line. As far as GeSn layers are
concerned, the impact of alloying elements such as Co, Pt on nickel stanogermanide formation was studied. A first
reliability study of Ti / n-InP and Ti / p-InGaAs ohmic contacts for hybrid 1lI-V / Si lasers was otherwise conducted

and the Ni/ n-InP system investigated using morphological, structural, and electrical characterizations.

SCIENTIFIC COLLABORATIORSTMicroelectronics, 2IMEP-LAHC, *C2N/CNRS/Université Paris-Saclay

Context and Challenges

The integration of optoelectronics devices on 200 and 300 mm
Si-platforms requires the development of dedicated CMOS-
compatible contact technologies on new kind of materials such
as GeSn and IlI-V semiconductors (InP, InGaAs). This involves
physico-chemical and electrical characterisations of systems
such as Ni/ GeSn, Ti/ InP, Ti/ InGaAs and Ni/ InP.

Main Results

The impact of Pt or Co as alloying elements for Ni-based
metallization of GeSn layers was investigated. The overall
phase sequence was the same for all types of metallization: at
low temperature, a Ni-rich phase was obtained; it was then
consumed to form the low resistivity mono-stanogermanide
phase. Nevertheless, the addition of an alloying element had an
impact on Ni consumption, Ni-rich and monostanogermanide
phase formation temperatures (Fig. 1). Moreover, the addition
of Co or Pt positively impacted Sn segregation by delaying it.
Co had a weak influence on morphological and electrical
properties. On the other hand, Pt improved the surface
morphology by delaying the Ni(GeSn) phase agglomeration
and enhancing the process window in which the sheet

resistance remained low [1,2].
NiCo

Ni

"Mono" phase

NiPt
Ni-rich NiCo
Ni
consumption

Sb 160 1;:0 2(‘]0 2%0 ac')o
Temperature (°C)
Figure 1: Impact of Co or Pt addition on Ni consumption, Ni-rich
and monostanogermanide phases formation temperatures.

RELATED PUBLICATIONS:

The impact of integration steps, BEOL and laser operations on
Ti / n-InP and Ti / p-InGaAs contacts for IlI-V / Si hybrid lasers
was studied for the first time [3]. Both systems exhibited a very
good thermal stability.

The Ni / InP system with either He or Ar plasma preclean prior
to Ni deposition was investigated [4]. We showed that the
preclean used to remove the native oxides had a significant
impact on the InP surface (Fig. 2). Indeed, Ar preclean resulted
in a rough surface with a high concentration of In dots, while He
preclean yielded a smoother surface with little or no In dots.

Figure 2: TEM images and EDX mapping of the TiN / Ni /InP
as-deposited stacks with Ar and He preclean.

Electrical characteristics showed that Ar-precleaned contacts
exhibited a non-ohmic behavior. This was due to the rough InP
surface with some In accumulation. Meanwhile, He-precleaned
contacts were ohmic from the as-deposited state up to 350 °C.

Perspectives
Studies conducted on GeSn and IlI-V semiconductors resulted
in a fully fledged contact technology for optoelectronics
applications. It will be used during the elaboration of silicon
photonic devices.

[1] A. Quintero et al., 19th International Workshop on Junction Technology (2019), https://doi.org/10.23919/IWJT.2019.8802618
[2] A. Quintero et al., ECS Trans. 93, 51-55 (2019), https://doi.org/10.1149/09301.0051ecst

[3] F. Boyer et al., IEEE 16th International Conference on Group IV Photonics (GFP-2019), https://doi.org/10.1109/GROUP4.2019.8926115
[4] F. Boyer et al., J. Vac. Sci. Technol., B 38, 012209 (2020), https://doi.org/10.1116/1.5128554




